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Abstract

The project focused on novel techniques in growth and characterization which may
enhance group III - nitride applications. On the growth side nitride deposition on
diamond templates and a first high pressure MOCVD deposition were characterized as
the most promising novel growth techniques. Both techniques were still in their initial
stages, their continuing progress may be supported applying the novel characterization
technique described below.

Local inhomogeneities are a common feature in group III - nitrides. With standard
characterization methods such materials cannot be properly evaluated. Multiple group
III - nitride epilayers were investigated utilizing Valence Electron Energy Loss
Spectroscopy in combination with high resolution TEM in order to characterize the
materials in high spatial and energy resolution. It was found that possible side effects
such as sample damage due to electron irradiation orfalsifled results due to retardation
effects can be avoided if proper sample treatment is applied. It is assumed that the
occurrence of local electronic transitions in close vicinity to interfaces is due to the
presence of local point or surface defects. For the first time it may become possible to
investigate the impact of such defects on the performance of devices. For the In,Gal-,N
alloy system nano-cluster formation which changes optical responses was investigated. It
was found that the 111-V compound InN exists as a composite InN.In material. InN
commonly exhibits multiple optical responses including an interface and/or surface
related effect, which triggered confusing scientific models in the past. The prospect of
exploiting multiple energy transitions within ONE material offers completely new
alternatives for novel device development.
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1. Introduction

In the 1990ics progress in epitaxial techniques brought III-V compound materials to the

forefront of semiconductor research which up to that time was exclusively dominated by

silicon based materials. Devices were rapidly developed and include laser diodes and

multicolored light emitting diodes. Group III - nitrides have optical transitions from the

infrared into the ultra violet and are used for light generation with a luminous flux of

approximately 100 lumen/watt which surpasses fluorescent lamps. Nitrides also present

excellent electronic properties such as high electron mobility and breakdown field ideal

for high power, high frequency electronics.

Despite their attractiveness, group III - nitrides had a relative slow start into broad

applications, partly due to the fact that they are complex to grow. An illustration of this is

the difficulty of growing chemically homogeneous In,Gal-,N across the entire

composition range. Similarly, high p-doping remains a challenge for all group III -

nitrides and the heat transfer of operating devices is yet to be optimized. The goal of this

project was to investigate novel growth techniques and develop reliable characterization

techniques which support future group III - nitride device applications.

Many of the novel applications in optoelectronics use quantum effects such as

confinement in heterostructures to boost their efficiency. As a consequence, the material

needs to be engineered at a near atomic level to form nanoscopic structures that will drive

the devices properties. Such small structures can be realized by epitaxy or self

organization, but to analyze materials on such a small scale requires new techniques.

Quantitative high resolution electron microscopy (HRTEM) is being developed precisely

for this purpose. This final report covers a thorough investigation on In,Gal-xN alloys and

the binary compound InN. In addition, GaN growth on diamond substrates is discussed.

Besides some fundamental conclusions such as the question about the bandgap of InN

and the origin of the photo-luminescence in In,Gal-xN, opportunities and challenges of

improved heat transfer in GaN-based devices were part of this investigation. For the

material characterization epilayers grown in-house (Berkeley), St. Petersburg, Russia,

Cornell, USA and two suppliers of GaN on diamond (sp3 Inc. / group4labs), both located

in California, were used. The usefulness of local characterization is demonstrated.

E. R. Weber, Final Report 2004-2007 AFOSR grant No.: FA9550-04-1-0408 4
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2. Strain Measurement and the Detection of Clustering in In,Gal.-xN by
HRTEM

The measurement of local lattice parameters from HRTEM images is a widespread

technique that has been used extensively to measure the chemical (in)homogeneity of

In,Gal.xN. In a mismatched heterostructure, the lattice displacement depends on the

chemical composition and strain that may distort the crystalline unit cells. In the case of

In,Gal.,N, sample damage, unstable imaging conditions and an insufficient estimation of

errors and detection limits have led to much confusion about whether indium clustering is

present in this material. This discredited quantitative HRTEM as a reliable source of

physical insight. However HRTEM, because of its high spatial resolution and sensitivity

is a valuable tool in the analysis of nanomaterials and clusters. It is thus imperative to

present an analysis of the conditions under which HRTEM, and strain analysis in

particular, is able to provide reliable quantitative information about the sample.

First, the conditions under which quantitative HRTEM analysis can be conducted need to

be established. The points to address comprise
(a) adequate sample preparations techniques,
(b) the control of electron beam damage, and
(c) the effect of unstable imaging
conditions. Then, the precision and detection limits of the method need to be explored.

This includes a separation of effects due to strain and to chemical composition. This

chapter will demonstrate that strain mapping can be an appropriate tool to probe for an

inhomogeneous distribution of atoms in an alloy, pro)!$led that strain fields are large

enough and sources of error are carefully examined. Indeed, the high strain in

GaN/InxGal-,N heterostructures makes strain mapping the "tool of choice" for this

material system.

2.1 The validity of strain measurements

As in any experiment, sources of error in quantitative HRTEM need to be carefully

examined and have been discussed in recent literature. However, the discussion is

centered on an often symptomatic description of beam damage and offers little insight on

how to avoid it. This section differentiates three contributions that can restrain the

validity of strain measurement.

First, the effects of damage to the sample, in particular related to beam damage is

discussed in the light of publications on the subject. Second, microscope instabilities and

their effect in current low voltage machines are studied. Finally the remaining sources of

error need to be quantified to establish the detection limits for chemical inhomogeneity

and clustering.

HRTEM images are susceptible to undesired contributions stemming from surface

roughness due to sample preparation or damage induced by the imaging beam. This

masks and falsifies information intrinsic to the sample. Surprisingly, the primary source

of damage in TEM samples - mechanical abrasion or bombardment with high energy ions

during sample preparation- attracted very little attention from the scientific community.

Instead it concentrated on effects due to the electron beam. This section addresses

E. R. Weber, Final Report 2004-2007 AFOSR grant No.: FA9550-04-1-0408 5
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concerns over beam damage first, and then highlights the need for an adequate sample

preparation procedure.

The discussion is centered on In,Gai-N and the question over its chemical

(in)homogeneity, but it will be shown that damage in this alloy is similar to other

semiconductors. The In,Gal-xN system has been extensively studied by quantitative

HRTEM and large lattice constant variations in InxGal-,N quantum wells (QW) were

interpreted as indium rich clusters [Seg04, Rut02]. These clusters were thought to be

responsible for the excitonic localization as demonstrated by optical experiments [Kre02,
Bar04].

Recently, it has been pointed out [O'N03, Sme03, Sme06, Li05b] how beam damage in

InxGal-,N heterostructures can lead to a false detection of clusters. Figure 2.1 shows a

beam damage study on InxGat_,N QWs performed by Smeeton et al.. The images were

t

444
tRam

Figure 2.1: Beam damage studies on an In,Gal.-,N heterostructure by Smeeton et al.. Note

how damage is already present in the very first picture taken. The strain maps react
sensitively to the damage [Sme06].

E. R. Weber, Final Report 2004-2007 AFOSR grant No.: FA9550-04-1-0408 6
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Recorded on Tecnai F20 G2 operated at 200 kV with beam currents of 35 A/cm2 . The
QW seems to be more susceptible to the electron beam where damage was already
present in the first image (spots of dark contrast). It was suggested that sample damage by
the electron beam irradiation is the primary damage source and may be unavoidable
[Hum07].

Indeed, beam induced damage has been a concern for many years, particularly during the

development of early quantitative tools that extract element distributions or interface
roughness from lattice images [Our89b, Our9O, Kis95]. Debates about such radiation
damage in GaAs/Al,GaI-,As/GaAs barrier structures can serve as an example [Dev90]. In

fact, it is not surprising that GaN/ In5Gai-,N /GaN QW structures - as most other

materials - become heavily distorted if they2 are irradiated for up to 1200 seconds
[O'N03] with current densities up to 100 A/cm [Sme03, Li05b] in electron microscopes
operated between 200 kV and 400 kV.

In general, however, the electron beam can only be a secondary source of damage in
TEM samples when compared to a sample preparation that uses mechanical abrasion and
bombardment with high energy ions. Indeed, the sample preparation procedure is
designed to be a damaging process. When discussing damage in TEM experiments it
must thus be considered first since it is difficult to differentiate beam damage from
damage that was present even before imaging took place. The micrographs of In,Gal.xN
QWs in [Rut02] can serve as an example for such a case.

As an illustration, Figure 2.2 shows the effect of electron dose exposure with beam
currents of 70-80 A/cm 2 to sapphire, GaN and InN. All materials are devoid of damage
after a few seconds of exposure, but after prolonged irradiation beam damage in the form
of contrast appears and the lattice is distorted and blurred. Changes in defocus could lead
to a similar "appearance" of damage, but the sample was prepared by low energy ion

milling and showed even contrast for different defoci when first imaged.

If displacement maps are applied to images taken from damaged samples, the extracted
strain will be dominated by artifacts. These effects are demonstrated by Smeeton et al. in
their beam damage studies [Sme03, Sme06]. It should be noted, that none of the studies
published about InxGal-,N used a wet etching technique that we recommend for this type
of material. As a result, studies conducted by these groups have the problem of samples
that are damaged even before irradiation. Indeed, Smeeton himself identifies damaged
areas in the very first picture in Figure 2.1 after only a few seconds of irradiation that is

certainly due to sample preparation. The damage naturally increases with time at exactly
the same location.

Inadequate sample preparation is, unfortunately, widespread in the In,Gal-xN literature
and is the cause for erroneous interpretation of strain measurements as clustering with
high amplitude or even reports of pure InN clusters. As a result, quantitative
interpretation of HRTEM image was henceforth seen with some isection [Sme06,
Li05b, Gal07].

Naturally, it is appropriate to strive for avoiding beam damage entirely. Since long, there
is general understanding that such concerns are addressed by minimizing recording times
and current densities (e.g. [Our9O, Dev90]). In fact, it is of essence and good practice to
characterize images during early exposure stages (t_120 sec), which provides enough

E. R. Weber, Final Report 2004-2007 AFOSR grant No.: FA9550-04-1-0408 7
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time to record the necessary images in many cases. This is possible in InxGal.N just as it
is possible in many other radiation sensitive materials such as AlyGal-yN, Si,Gei-,, or
AlqGal-qAs. On a time scale of up to two minutes, radiation damage can be avoided by
minimizing the electron dose, as illustrated in the micrographs of Figure 2.3. The samples
are prepared with a final surface cleaning step that involves either ion milling with low
energy ions [Bar98] or chemical etching with KOH produces have surfaces that are
smooth on an atomic scale [Jin06]. As a result such samples show contrast due to
thickness and focus change, crystal tilt, or varying lens aberrations. Radiation damage
can be promptly recognized as spots appearing in the lattice images with increasing
exposure time.

Sa hire GaN InN

U)

07

k---
U)
-

u

o y;n,,

II ,,,-,,I- - -,
U,)

I-,:5n

Figure 2.2: Irradiation series in sapphire, GaN and InN with beam currents of 70-80
A/cm2 at 300 kV for the indicated times. At these irradiation intensities, it is seen that a
blurring of the lattice is observable after 30 seconds in all material systems.
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il"

a

Figure 2.3: Micrographs for the indicated material systems show how wet etching or low

energy ion milling produces extremely flat samples, with homogenous contrast. Beam

damage, if present would be easily recognizable. For a detailed description see text.

A description of the images shown is given next:

a) The { 110} lattice image shows a periodic Si/Si 75Ge 25/Si QW structure that was

chemically etched with KOH. The sample was grown by Molecular Beam Epitaxy

(MBE). Preferential etching of the Si,Gel-, produces the comb-like shape of the sample.

Extinction oscillations form a homogeneous alternation of bright and dark contrast with

increasing sample thickness. The image was recorded with a JEOL 4000ex [Kis95].

b) and c) show lattice fringe images of GaN/AIlGal-yN/GaN and GaN/In,GaJ.N/GaN

QW structures recorded in {11 20} projection that were grown by Metal Organic

Chemical Vapor Deposition (MOCVD) [Kis95, Per98]. The samples were thinned by

milling with argon ions and chemically etched. Images were recorded with NCEM's

Atomic Resolution Microscope operated at 800 kV.

d) The depicted {100} GaAs/AlAs superlattice was grown by MBE. The sample was

prepared by milling with argon ions accelerated by 500V in a Linda ion mill. The image

was recorded with the One Angstrom Microscope (OAM) at NCEM (Philips CM300

operated at 300keV).

F. R. Weber, Final Report 2004-2007 AFOSR grant No.: FA9550-04-1-0408 9
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5 ,

Figure 2.4: Two lattice images of a time series recorded at 800 kV with the ARM. The

insets show intentionally generated defects grown into the QWs and the corresponding

displacement maps [Jin06]. No radiation induced structural changes are observable.

In all cases, contrast is sensitive to radiation damage and its homogeneity ensures that no

beam damage is present in the sample. It was recently reported that GaN/In,Gal-,N/GaN

is stable under irradiation with 800 kV if exposure times are kept below 2 minutes

[Jin06]. Figure 2.4 shows two lattice images of a time series without any recognizable

sign of radiation damage. The insets depict a magnified view of a defect that was

intentionally grown into the QW and its related displacement map: the displacement

maps are reproducible. 6
In summary, a quantitative assessment of information from HRTEM images is often

challenging since sample thinning to electron transparency (thickness < 20 nm for

accelerating voltages 400 kV) can be a damaging process if milling with ions

accelerated to several kV are used. In fact residual damage from the sample preparation is

often visible in lattice images and it is difficult if not impossible to distinguish between

ion beam induced damage and electron beam damage. With an adequate sample

preparation, damage free samples can be produced and beam damage in In5Gal.xN is

comparable to other material systems. Indeed, such samples can be imaged for up to 2

minutes without the appearance of any further damage as will be demonstrated in the next

section.

2.1.2 The significance of acceleration voltage and microscope stability

Most of the recently published HRTEM studies on In,Gal-xN were performed on

microscopes with accelerating voltages of 150 - 300 kV. To test the apparent indium

distribution in In5Gal-x,N during electron irradiation, time series of high-resolution lattice

images were examined. By comparison with theory it is reasoned that sample preparation

and microscope stability will be essential factors that determine the reliability of the

results.

Time series were recorded on the OAM operated at 150 kV. The left side of Figure 2.5

shows selected areas of four images from a series of 17 images recorded in time intervals

F. R. Weber, Final Report 2004-2007 AFOSR grant No.: FA9550-04-1-0408 10
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of 6 seconds. The sample surface is clean and shows no beam damage after exposure
times of up to 2 minutes under moderate beam currents (20 A/cm 2). The right side of the

figure displays the corresponding displacement maps that were generated by the DARIP

program (available at NCEM, LBNL). Closer inspection of the lattice images reveals

only minor variations of the image pattern. The displacement maps, however, appear

unstable. If the displacements were interpreted in terms of an indium fluctuation, the

images would very well reproduce results from the debated literature reports [O'N03,

Sme03, Sme06, Li05b] even though other lens aberrations than defocus, such as

astigmatism or coma, may be of importance there.

Image simulation is used to elucidate the effects that play a role when forming an image

in HRTEM. In a simulation, the thickness and defocus of the sample can be varied

arbitrarily. Indeed, the sample preparation can introduce surface roughness that alters the

sample thickness locally and microscope instabilities result in uncontrollable focus

changes.

Figure 2.6 shows a matrix of simulated HRTEM images as computed with the software

package MacTempas [Kil07] for GaN in [1 100] zone axis calculated for three

commonly used accelerating voltages of 800, 300 and 150 keV. The simulation

demonstrates how the pattern in the image plane does not reflect the actual position of

atom columns in the sample (as indicated by the atom overlay in the upper right frame).

Further, it is seen from the simulations that both thickness variations and changes in

defocus can introduce pattern changes that may falsify displacement field measurements

[Bar06]. It becomes a matter of magnitudes of the changes if such effects can be

neglected or not.
4 5

44

321

j 9%ec_ 4 57 %cc

Figure 2.5: Left: Four lattice images of a time series of 17 images recorded at an

accelerating voltage of 150 kV with a nominally constant defocus (beam current: 20

A/cm 2). Right: Corresponding displacement maps. Unit cell expansions are measured in
pixels and color coded as indicated.

It is seen from Figure 2.6 that there are thickness-defocus windows where image patterns

remain fairly constant. Their extension depends drastically on the acceleration voltage

because electron scattering is voltage dependent. The window is widest for experiments
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at 800 kV where it can span over tens of nanometer of focus and thickness.
Measurements at this acceleration voltage are thus most uncritical. At 150 kV contrast
inversion occurs from instabilities of a few nanometers only and it is experimentally
challenging to acquire lattice images with stable patterns from such narrow windows.
Additionally, one must expect that these windows are smaller if field emission
technology is employed instead of thermal emitters because of an extended information
limit that adds complexity to the image (e.g. [Rei89]). Thus, thickness changes across the

field of view must lie below a few nanometers and focus must be stabilized on a similar

scale to stay within the appropriate thickness/defocus windows.

Sample roughness can be controlled by appropriate preparation as described in Section

1.6. Only the focal stability of modem microscopes remains of concern. Figure 2.7
characterizes the mechanical and electrical stability of the OAM at NCEM by measuring
focus values in 6 second time intervals. It is seen that focus variations of up to 20 nm
from a linear fit can be present. They are caused by common environmental noise such as

personal walking and closing doors within the building that houses the OAM. Even if

absent during off hours operation ©, errors of up to 10 nm still cannot be avoided

because of limited lens current stabilities. Considering that the OAM is one of the

world's highest resolution microscope it is clear that better stabilities can at present rarely

be achieved. These instabilities explain the strain pattern variations observed in the image
series shown in Figure 2.5.

- 545 ,T4l-04.2 -44.6648 .70 -36-38.40 .4244.46.48 .50-92

(nra Defocus (nm)

a) 24 b)

28 5 4
30 12

32 14

4-

Figure 2.6: Simulated thickness-defocus maps of GaN {l1OO} for acceleration voltages

of 800 kV (a), 300 kV (b), and 150 kV (c). Windows of constant pattern are largest at 800
kV and smallest at 150 kV where they are only 4-6 nm wide.

The approach followed here is different from the results discussed in Ref. [O'N03,
Sme06, Li05b] since it makes use of established knowledge addressing radiation damage

in materials by dose reduction and fast recording of successive images. Even so, at low

voltages, microscope instabilities yield image distortions that can violate the application
rules for strain mapping from lattice images. Resultantly, indium composition maps can
appear unstable. The data extracted from such measurements must thus be compared in a

E. R. Weber, Final Report 2004-2007 AFOSR grant No.: FA9550-04-1-0408 12
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quantitative manner that must include an assessment of errors in the composition profiles.

Noise analysis of the images reveal that the differences from image to image are random.

380 -

a)

E30 b) . .
340

0 320.
C)

S300

T T

280. T T

260 I

0 5 10 15 20

Image Number

Figure 2.7: Time dependent defocus measurements. Subsequent images are recorded in 6

second intervals. Measurements a), b) are influenced by common environmental noise. In

c), taken during off-hour operation, only microscope instabilities contribute to the data

scatter. A) Microscope is set to "no defocus change" between successive images. B), c)

Microscope is set to change defocus by Af = 1:5 nm between successive images.

There is no systematic change such as indium redistribution or beam damage up to 2

minutes. This proves that the inhomogeneities were present in the initial material already.

Resultantly, statistical analysis can be used to evaluate the precision and increase the

confidence of the measurement.

2.1.3 Precision of strain measurements

In order to further quantify the data from the entire image series, grid cells in columns

parallel to the QW were averaged to calculate mean displacements and their standard

deviation. The mean and standard deviation are plotted as time dependent profiles in

Figure 2.8. This process reduces statistical noise by the square root of the 45 cells that

were used for averaging (sqrt(45) = 6.7), which causes a better data reproducibility of

profiles when compared to maps.

Still, the standard deviation varies from one image to the next. But, the variations are

purely random and the profiles from all images can again be averaged into a single

profile. Figure 2.9 plots the averaged displacement with the corresponding averaged

standard deviations included as error bars. Since the standard deviation in regions of GaN

E. R. Weber, Final Report 2004-2007 AFOSR grant No.: FA9550-04-1-0408 13
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is never smaller than 2 pm it must be expected that in single unit cells of composition
maps the noise can be almost as large as the signal itself, i.e. 14 pm. Indeed such an effect
can be observed in Figure 2.5 where regions of high apparent strain appear and dissolve
in the course of 30 seconds.

Growth direction , Growth direction

........ 635 sec

' 5. - - S sec 0.15.0

5.3 0.05' 5.2 " - 21 sec

2 4 6 8 10 12 14 16 18 2 4 6 8 10 12 14 16 18
Distance in unit cells Distance in unit cells

Figure 2.8: (a) Waterfall diagram of the averaged composition profiles of 17 images from
the time series (At = 6 sec). (b) Standard deviation profiles. The presence of indium
fluctuations is established by large values in the QW region only.

Further, the profile can be interpreted with some confidence. It is seen from the
displacement in Figure 2.9 that the QW is asymmetrical with respect to the growth
direction. The interface to the substrate is almost abrupt, whereas the interface with the
caplayer is more diffuse. Indeed, there is a residual strain of 2% - 5% in the GaN layer on
top of the QW indicating, that indium floated into the caplayer during growth.

At this point, it is essential to realize that unlike any concentration profile measurement
in GaAs/AlqGal_qAs/GaAs [Our9O], the calculated standard deviations in In,Gal.xN QWs
largely exceed the values of the surrounding GaN matrix. This suggests that there is an
inhomogeneous element distribution in the GaN/ InxGa-,N /GaN heterostructure. From
the averaged profile of Figure 2.9 it is also seen that the indium fluctuations are
composition dependent since the error bars increase with increasing strain (higher indium
content).

In GaN a precision of 2 pm at unit cell resolution can be reached [Kis98b] and the
increase of atotal proves that random alloy fluctuations and/or cluster formation present in
In,Gal.,N can be accessed by strain measurements.

The exact shape of the inhomogeneities cannot be extracted from maps since data
averaging across the samples' thickness is needed. This is unfortunate since knowledge
of the exact size and localization would be of interest to understand the mechanism
behind the inhomogeneity of InxGal.xN QWs.
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Figure 2.9: Composition profile of the of the entire image series. The standard deviation

Ototal is plotted as error bars. In comparison to errors in Figure 2.5 the statistical noise is

reduced by a factor of 7.

2.1.4 Differentiating random alloying and clustering

This section establishes detection limits that are required to distinguish between random

alloy fluctuations and the formation of atom clusters. In thin TEM foils a precision of 2

pm relates to the detection of only a few atoms - and even single atoms if the lattice

mismatch is large enough - since typical HRTEM saml )es are only 10 - 30 nm thick. For

example in In0.5Gao.sN [11 20], an atom spacing of 0.27 nm along the beam direction

translates into 40 atoms in one column that is 10 nm tall (sample thickness). In this case a

substitution of two gallium atoms by two indium atoms corresponds to a concentration

change Ax = 0.05 in the column and causes a lattice distortion of 2.5 pm according to
Vegard's law.

In a random alloy A,B1 - the distribution of the atoms follows Poisson statistics. The

standard deviation Galloy from the mean stoichiometry in a probed volume containing N

atoms produces strain variations of

(2.1)

where a is a factor transforming a chemical composition into a displacement field. A

depends on the strain state of the layer and will be determined in Section 2.2. In

In0.5Ga 05N, for example, the expected concentration variation of a binomially distributed

alloy in an atomic column containing 100 nuclei amounts to sqrt(100/4)/100 = 5%. This

translates into displacement fields between 2.5 and 6 pm depending on the strain state of

the sample.

Consequently, even a random substitution of atoms will create local displacement fields

that can be measurable. Ideally, one would test strain measurements with materials that

are believed to be chemically homogenous to establish detection limits. If the probed
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volume is sufficiently small and the precision high enough, the measurements on a

miscible alloy should reveal the statistical fluctuations according to Equation 2.1, else

ordering is present in the alloy. If, however, experimental noise exceeds such effects, it is

pointless to speculate about the homogeneity of an impurity distribution.

The lines in Figure 2.10 estimate strain fluctuations that originate from a random

substitution of atoms according to Equation 2.1. The sample thicknesses are expressed in

numbers of atoms. For example, a unit cell of GaN in [1 100] projection (0.16/0.52 nm)

that probes three atomic columns containing a total of 50, 100, 200, or 300 atoms is about

5, 9, 18, and 27 nm tall. These values are chosen such that typical sample thicknesses for

lattice imaging are represented. A precision around 1 pm would be required to access

Galloy in AlyGal_yN or SizGei-, materials. This high precision requirement for displacement

measurements is a direct consequence of the relatively small lattice mismatches in the

Si/Ge (4 %) and GaN/AIN (-2 %) alloys. Random alloy fluctuations must cause larger

displacements in materials systems such as InAs/GaAs or InN/GaN because of the larger

lattice mismatch of 7% and 12%, respectively. However, it was shown that the

distribution of indium in GaAs is not random [Zhe94], which excludes InwGaJ_"As/GaAs

as a test object.

Experimentally, the standard deviation of the chemically sensitive parameter (c-lattice

parameter in In,Gal-,N) is computed along the heterostructure and is used as a measure of

all errors (total. In ordered materials such as Si, AIN, GaN or InN, (Ytotal = CTnoise which

defines the precision of the measurement. Alloying will add a contribution due to random

alloying or clustering that can be significant if the experimental noise limits are small

enough. For a random alloy, atotal is given by

(7 t ... (m .4.. + ea ' y (2 .2 )

12 - GaN/InGaN
o' Si/SiGe

GaN/AIGaN
10.

6-, InGaN (200 atoms)

*SiGe (200 atoms).
o AIGaN (200 atoms)

2

0.0 0.1 0.2 0.3 0'.4 0'.5 0.6
In, Al or Ge fraction

Figure 2.10: The standard deviation atotal of the c-lattice constant is plotted over the ave-

rage concentration for QWs of different alloys. XnoSe is given by measurement in the sub-

strate (x; y; z = 0). In×Gal-,N exhibits a qualitatively different behavior from AlyGaJ_yN

and Si,Gei-,. An upper limit to aa,Ioy has been computed with Equation (2.1) for the
relevant samples.
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In the case where clustering is present in the material, calloy no longer adequately

describes the distribution as atoms do not follow Poisson statistics. Instead, it is replaced

by a new contribution 0cluster stemming from clustering

: t'T tn. + OcluL.-te,"

(2.3)

Figure 2.10 shows cytotal values from measurements of AlyGaj-yN (triangles) and Si,Gel-,

(squares) heterostructures shown in Figure 2.3 and from the In,Gal.-N QW from Section

2.1.2 (stars). Ynoie is given by measurements at x,y,z = 0. The precision in AlyGal.yN
(triangles) and Si,Gel-, is insufficient to resolve random alloy fluctuations, which is also

due to the small strain involved. In InxGai-xN noise = 2 pm and this fluctuation would be
accessible. However, the standard deviation cannot be explained by Equation 2.2 for x >
0.2 at a sample thickness of 200 atoms, which means that clustering is present at these
concentrations.

70 - ' " ' ' ''" ' '
da'N !A A0Ga7 N In ,Ga N

70GNA 30 a70N 24 76
60

50-

40 Cytotal
[ P r ] C(total[Pm] atota[P"'

S 4.0 5.0 1 - 8.7

0 30 2.4 , 2.7 4 ...... 5.2

1.7 1.5 16 4.2
20 ',

10

5.0 5.1 5.2 5.3 5.4 4.9 5.0 5.1 5.2 5.3 5.1 5.2 5.3 5.4 5.5 5.6

Lattice Constant [A]

Figure 2.11: Histograms of the out-of-plane lattice constant recorded between 15 and 30

nm from the sample edge. Unit cells were averaged across 1 (full line), 4 (dash) and 16

(points) data points. Precision is gained as given by atoal in GaN. The averaging has little

effect in In,Gal-,,N due the presence of clusters that produce a greater inhomogeneity than
expected in a random alloy.

A way to increase the precision of strain measurements is to average over several

measurements. Concurrently, the number N of atoms that are being probed in this way

are also increasing, lowering the possible impact of Galloy. Figure 2.11 plots the

histograms of strain measurements performed in a thick (non relaxed) sample area of the

GaN/ ln,Gat.N /AlyGal-yN heterostructure studied in the next section. The histograms
are given for three different resolutions: at maximum resolution, i.e. one unit cell and

averaged over 4 and 16 measurements. While histograms in GaN and AlyGal-yN sharpen

as would be expected from a random measurement (The standard deviation does not

decrease as quickly as expected from a true random measurement, indicating that

measurements are still correlated due to local changes in contrast), InxGal.-,N stays wide

as a result of its clustering.

It is important to realize, that the precision of displacement measurements critically

depends on the quality of the images. Results can differ from image to image and
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sometimes even change across one field of view. It is thus important to measure Onoise

anew for every image. It is also necessary to estimate the thickness of the sample to
discriminate apparent clustering due to random alloying and clustering due to phase
separation. In the next section thickness effects in strain measurements are studied in
depth.

2.2 Thickness effects and strain relaxation

Samples to be analyzed with HRTEM have to be thinned to electron transparency,
usually well below 100 nm. In heterostructures of lattice mismatched materials the lattice
strain can relax which will affect the measured strain. When using high accelerating
voltage, it is possible to choose areas that are thick enough for relaxation effects to be
negligible. The displacement measured is then a combination of strain and a change in
chemical composition; Vegard's law can no longer be applied. For various reasons it is
advantageous to analyze thin areas. In thin areas relaxation can be observed and isolated
from chemical composition. Further, in the case of inhomogeneous material for instance,
it is interesting to sample small volumes in order to minimize averaging through the
thickness of the sample. This holds in particular if the inhomogeneities are on a
nanometer scale. Finally, advanced techniques such as exit wave reconstructions or high
resolution imaging with low electron energy need thin samples to be applicable.

In thick samples, the tetragonal distortion of strained heterostructures can easily be taken
into account, as it is determined by the Poisson ratio under biaxial strain conditions.
Treacy and Gibson showed how strain present in the original material can be relaxed in
TEM foils [Gib84, Gib85, Tre86]. In the thin sample limit, the layer is expected to relax
into a mono-axially strained state [Ros06]. Strain relaxation in TEM samples has been
modeled in the literature using analytical approaches as well as finite element techniques
[Tre86, Che89, Chr94, DC97, TilOO, Ros06].

However, in all studies the sample is considered to be an infinite foil of constant
thickness, i.e. the most relaxed state the heterostructure can reach is where only one of
the lattice parameters in the growth plane is completely relaxed (monoaxially strained
case). However, real samples are generally shaped like a steep wedge and it can be
misleading to talk about a "thin foil". As a result suitably thin areas are often located very
close to the sample edge. Here, buckling is present not only at the entrance and exit
surface of the electron beam, but also towards the edge of the sample. Consequently the
sample can bulge outward into the vacuum in a 3D buckle. This leads to a whole new
range of effects, in particular because it can lead to an elastic expansion of the unit cell
leading to states different from the ones expected in the model of tetragonal distortion.
The relevance of these effects is not limited to TEM samples, but it is also expected that
nanostructures such as nano-rods and nano-particles show similar relaxation behaviors.

Figure 2.12a shows the GaN/InxGaj_,N/AlyGaj_yN heterostructure that will be studied in
this section. It is grown by MOCVD on a sapphire substrate with a GaN buffer, a 3.2 nm
In,Ga-..N QW and a 40 nm of AlyGa._yN cap layer. Lattice images were recorded in 1998
with a JEOL Atomic Resolution Microscope (ARM) on plates by C. Kisielowski. The

zone axis is [11 20]. The high accelerating voltage (800keV) yields wide defocus and
thickness windows with a homogenous image pattern as shown in Section 2.1.2. It can be
seen from the homogeneous contrast across the micrograph that beam damage is not
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detectable in our sample. Under such conditions the InGa-.XN QW appears at least as

unstructured as recently reported [Hum07]. The lattice image in Figure 2.12a shows

extinction oscillations indicating that the sample is wedge shaped from left to right. The

oscillations are perpendicular to the In,Gal-,N QW, such that the sample thickness can be

considered constant across the heterostructure. The local thickness of the sample is

determined by fitting the underlying gray level oscillations to extinction oscillations with

solutions of the Pendell6sung for the (0000) beam in GaN [11 20] (Figure 2.12b) as

calculated with the software package MacTempas [Kil07].

(a) 5rnm AlGaN

/ '

:i 0.6
0.6-

S50.4--

-0.2

--- Intensity of (000) Beam (Theory)
Integrated image intensity

0.0 25 50 75 10 15 1;0
Thickness (nm)

(C)

10 nm 25 nm 45 nm 85 nm 105nm 130 nm

Figure 2.12: (a) Lattice image of the In,Gal-.N QW. (b) The averaged image intensity

taken in the GaN substrate parallel to the QW was fitted to the calculated intensity of the

(0000) beam (c) Overlay of image simulations (contrast was adjusted to the experiment).

The correct determination of the thickness is confirmed by comparing image simulations

with the HRTEM image (Figure 2.12c). There is a discrepancy between experimental and

simulated intensities, which is of unknown origin and commonly attributed to the Stobbs

factor [Hyt94, Boo98, How04]. Further, the recording on a plate can add a non-linearity

that is disregarded here.

At Scherzer focus in a high voltage microscope, the interference pattern of the

micrograph is easily interpretable in terms of the crystallographic sample structure and

the displacement field can be directly measured. Strain was measured both in the <0001>
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(out-of-plane) and <1 TOO> (in-plane) directions across the QW over a distance of 70
nm. This corresponds to a thickness difference of 150 nm. The resulting out-of-plane
strain map is shown in Figure 2.13c. The particular sample geometry and the wide field
of view make it possible to observe the fully strained QW and strain relaxation in one
single image.

Relaxation in thinner areas of the sample (left part of the image) is directly visible in the
strain map as a widening of the strain profile. In the thicker parts of the sample (right part
of image) a limit for reliable extraction of quantitative information is reached above a
distance of 60 nm from the vacuum because the signal to noise ratio degenerates rapidly
and contrast reversal occurs.

AIGaN

InxGa. 1 N

GaN
(a}

' } 2] a. g .] :

(b) 5 n
5,7A
5,5
5,4
5,3
5,1S5,0
4,9

m4.9
.... ....... ,........ ..... ............... ,......... -,,.,t 4.85 1 s 20 25 30 35 40 4S so 65 60 60 70

(C) Distance from Vacuum [nm]

Figure 2.13: (a) shows a magnified view of the lattice image (b) illustrating that the
contrast is homogenous across the In,Gal.,N QW and no beam damage is detectable. This
allows for (c) strain mapping across 70 nm along the sample wedge (the out-of-plane

lattice, 0001 is shown). Relaxation induced broadening of the QW is visible in thin areas.

The measurements access compositional changes with the chemically sensitive out-of-
plane lattice parameter <0001> and strain relaxation effects by the in-plane lattice

parameter <1 1o0>. Relaxation effects are studied first. Figure 2.14 shows the in-plane
strain profiles obtained from the strain map of Figure 2.13c. Unit cells were averaged

parallel to the QW, resulting in stripes with a resolution of 0.5x5 nm2. This reduces noise
contributions to below 0.5 pm. Since the sample thickness changes across the wedge, this
average includes a thickness change of roughly 10 nm. It is seen that relaxation occurs
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below 30 nm of sample thickness through the increase of the in-plane lattice parameter in

the QW.

4) 5.4 - , . , . , • , , .,. , • , • , , • ,

5.3]
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Figure 2.14: The in-plane (1 100) lattice parameter profiles are averaged over a thickness
range of approximately 10 nm. Relaxation is present in the QW for t<30 nm. The plot

includes and averaged out-of-plane (0001) profile for reference. Gray squares identify

areas used in Figure 2.16.

The extraction of the chemical composition profiles is easiest where relaxation is

negligible. Previous theoretical studies derived that in a modulated structure of period L

relaxation has to be taken into account at a thickness t when [Tre86, Che89, Chr94]

10 . (2.4)

In the studied sample L = 3 nm and indeed relaxation is observable for t < 30 nm. The

relaxation criterion from Equation 2.4 can thus be used to avoid any relaxation effects. As

mentioned, however, it is desirable to analyze thin samples and it is of importance to

understand strain relaxation in wedge shaped samples quantitatively. Further, it is of

essence to calibrate strain measurements and chemical composition and compare the

result with computational predictions.

Because of the non-periodic structure of the sample, strain relaxation cannot be described

analytically and finite element analysis (FEA) was chosen to model the sample. A mesh

with nodes spaced according to <0001>, <1 100> and <11 20> distances in GaN was

generated using the freeware FEA program Mefisto [Per07]. Different thermal expansion

coefficients corresponding to the normalized difference in lattice parameter of the alloys

were defined for In,Gal.-,N and AlyGaj_yN as done by Tillmann et al. [TilOO]. To simulate

rigid surroundings the displacements along the (0001) axis at the bottom of the GaN

substrate and along the (1 100) axis on one side of the mesh were fixed at zero. Elastic
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constants of the alloys were extrapolated from literature values for InN [She76], GaN
[Po196] and AIN [McN93] using Vegard's law. It should be noted that literature on
elastic properties of nitrides is relatively scarce and that values scatter [Wri97b].
However the simulation did not change dramatically when varying the constants within
10% of the literature data.

In the next step, the mesh was heated from 0 K to I K and allowed to relax. To extract
strain from the FEA simulations, the distances between the nodes corresponding to

(0001) and (1 100) were calculated from the displacement data, and averaged in the same
way as the experimental data. This is possible because in a high voltage microscope at
Scherzer focus the lattice fringe image directly reflects the structure of the sample over a
wide range of thicknesses. Differences due to bending of lattice planes or thickness
effects can be neglected in such areas of strong contrast [HytO 1]. Even though nitrides are
generally non-centro-symmetric, the wedge in the studied sample is vertical to the
chemically sensitive out-of-plane lattice constant such that no measurement artifacts are
expected here.

Figure 2.15a shows a three-dimensional FEA grid of 30x30x15 unit cells modeling the
studied GaN/Ino. 25Gao. 75N/AI0.3Ga0,7N heterostructure after relaxation. Taking advantage
of the symmetry along the thickness of the sample this corresponds to a simulated sample

area of 15.5x8.3 nm 2 with a thickness of 5 nm. This slab does not reflect the true
geometry of our sample since it severely underestimates the thickness of the sample.
Additionally, the experimental data in Figure 2.14 shows how relaxation effects are
present up to 15 unit cells from the QW center such that the grid should be enlarged.
Figure 2.15b shows a computationally more feasible two-dimensional simulation of an
extended area (125x70 unit cells) that is more representative of the strain mapped areas
with the limitation that no relaxation in beam direction is possible. To a first
approximation, this two dimensional grid can be thought of as the base of the 3D
simulation ([] isection of the sample).

The strain extracted from 2D and 3D simulations is compared in Figure 2.16a. There is a
qualitative agreement between the two simulations. However the out-of-plane lattice
constants are lower in the 3D simulation due to the added relaxation along the thickness
of the sample. Additionally the parameters for AI 0.3Gao.7N show discrepancies, due to the
limited size of the 3D slab. However, in In0.25Gao.75N none of the discrepancies exceed I
pm, which corresponds to the measurement precision. Thus, 2D simulations will be used
to explain the experimental data. The simulations predict a relaxation behavior that is
unexpected in the frame work of tetragonal distortion. In fact in thin areas located close
to the sample edge all lattice constants in the QW increase. The result is a three
dimensional buckle as pictured in Figure 2.15a. This effect has not been taken into
account in previous studies that assumed the sample geometry to be infinite and of even
thickness.

The experimental measurement was averaged over a 5x5 unit cell area of the strain map
to reach an out-of-plane precision of about 1 pm. This corresponds to an area of 1.4x2.6
nm2 in a [11 20] zone axis of GaN. Figure 2.16b shows thickness profiles of the lattice
constants measured parallel to and on the QW and at a distance of 20 unit cells (grey
squares in Figure 2.14 indicate the areas data was averaged over). The results of the 2D
simulations at the same location have been included as straight lines. Overall, the
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simulation describes the experimental findings well if an indium concentrations of x =

0.25 and an aluminum concentration of y = 0.3 are chosen. Note that these simulations do

not represent an absolute determination of the indium concentration at this point as the

sample geometry is not accurately described. This issue will be addressed later. There is a

discrepancy for the out-of-plane lattice at low thicknesses that is due to an indium cluster

located at the very edge of the sample. Indeed, for a measurement at another location of

the sample from a different micrograph, the behavior in InxGal-,N is well described (the

out-of-plane lattice of this measurement is included in Figure 2.16b).

a) b

q~
I :Ak1I.3Gao...N

<1--

Figure 2.15: The FEA grid after relaxation in (a) 3D and (b) 2D showing buckling into

the vacuum. For illustration purpose, displacements are exaggerated by a factor of five.

The in-plane lattice parameters start relaxing at thicknesses below 30 nm in accordance to

the relaxation criteria (eq. 2.4). However, due to the 3D buckling, two competing effects

influence the out-of-plane lattice constant: a reduced tetragonal distortion tends to shorten

it, while a tensile component due to cap and buffer layer stretches it. Fortunately, these

two effects cancel each other for distances from the sample edge that are greater than 5

nm. This is good news for strain measurement in HRTEM samples: the out-of-plane

parameter, which carries the chemical information, remains constant for much longer

than would be expected from tetragonal relaxation only. FEA analysis with QWs of

different thicknesses yields the relaxation criterion for out-of-plane lattice constants in a

wedged sample with the heterostructure parallel to the thickness gradient as

d ,,2 1,
3 (2.5)

where d is the distance from vacuum and L the thickness of the heterostructure. For

typical QW thicknesses of L = 2-4 nm out-of-plane relaxation occurs up to 3-6 nm from

the sample edge. Further in, the out-of-plane lattice constant equals the value of biaxially
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strained material of the thick sample limit. It is of particular interest to relate this strain
state with the indium concentration x in the QW.
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Figure 2.16: (a) Relaxation behavior as calculated from the 2D and 3D meshes in Figure
2.15. Agreement is particularly good in the In 0.25Ga0.75N layer. (b)The lattice parameters
for the GaN/In,Gaj_,N/AlyGaj-yN structure are shown and compared to simulations
extracted from the 2D mesh. An additional measurement for out-of-plane In,Gal-,N is
included to demonstrate the effect of clustering in this material.

Figure 2.17 shows the concentration dependence of lattice constants measured in an
InxGal-,N multi QW structure with 0 < x < 0.25. The chemical composition was
established independently from Secondary Ion Mass Spectroscopy (SIMS) measurements
as published in [Kis98a].

Additionally, FEA simulations for In,Gal-,N across the entire composition range were
performed with confinement on two or four sides perpendicular to the [0001] plane to
compute the strain in monoaxially and biaxially strained material. The results are
included in Figure 2.17. For x < 0.2 the experimental data agrees well with the
simulations of a biaxially strained layer. A linear fit across the data points with an
ordinate crossing at 5.185 A (out-of-plane lattice parameter in GaN) yields the
relationship for the out-of-plane lattice constant c(x) in strained In,Gal.,N

-(r) -5.15.1% + n - x (2.6)

with a = 1.11 A. This formula is similar to Vegard's law but it calibrates the indium
concentration in samples strained according to Equation 2.5.
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Figure 2.17: Experimental data is compared to the lattice constants calculated from FEA

simulations. A linear fit gives the relationship of indium concentration against lattice

constant in a QW satisfying Equation 2.4 or 2.5.

The accuracy with which strain relaxation can be modeled allows for a subtraction of

relaxation effects from the experimental data and opens the possibility to compute the

standard deviation in even the thinnest areas of the sample. Figure 2.18 shows the result

of this operation for four adjacent measurements inside the QW and 28 unit cells away

from it. The experimental standard deviation u,oal was calculated over 10 unit cells (2.6

nm) along the QW and is compared to aa,loy computed for the given thicknesses. A

dashed line through the three graphs signals noise as given in GaN.

It is seen that Galloy plotted in grey shade is not accessible with the present precision in

AI0.3Ga0.7N. In In0.24Gao.76N however, the precision of the measurement is high enough to

detect random alloy fluctuations for thicknesses below 20 nm, but contributions from

clustering dominate Gtotal in this alloy.

It is very challenging to discriminate the effects of random alloying against clustering, in

particular for low indium concentrations x < 0.2. Only an analysis of detection levels and

knowledge of the sample thickness allows reaching a conclusion. Even so, it cannot be

excluded that the electron beam damages samples even if there is no visual trace of

damage. However, the presence of spinodal decomposition has been demonstrated for

larger x (Section 3.1) and it is expected that inhomogeneous indium distributions even

occur for x < 0.2 as it is the case for indium in GaAs [Zhe94].

Novel experimental techniques will have to be developed to capture an element

distribution in an early stage of precipitation in 3D that are currently being developed

[Hum07, TEA]. In this context a statistical distribution of indium was suggested by atom

probe measurements [Gal07] but even in this case detection limits will be of concern

[Kis07a].
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Figure 2.18: aotl is plotted for the three materials after correction of relaxation by
subtraction of the finite element simulations. The strain was averaged over 10
measurements. Ialloy was computed for the corresponding thicknesses and alloy
concentrations.

The good agreement of strain measurements with the simulation of strain relaxation
demonstrate how accurate quantitative HRTEM is. From this point, the question of the

detection of clustering in In,Gal.,N and other materials becomes a matter of detection
limits. It is thus of prime importance to evaluate sources of error and the precision before
a conclusion about alloy (in)homogeneity is given.

2.3 Conclusion

This chapter addressed the challenges and opportunities that the measurement of

displacement fields by HRTEM. Indeed HRTEM offers both the spatial resolution and

sensitivity needed to analyze chemical (in)homogeneity in nanostructured samples. But

its applicability was subject to doubt due to sample damage occurring during preparation
and imaging.

The general conditions for reliable quantitative HRTEM can be summarized in three
steps:

* Quantitative HRTEM places stringent conditions on the sample preparation:
samples must be free of milling damage and have atomically at surfaces. In the

case of GaN/In,Gal-,N this can be realized by using the wet etching technique
described in Section 1.6.

* A quantitative assessment of the limitations imposed by microscope instabilities

such as focal change or other aberrations is necessary to establish confidence in
the measurements. It is shown, that measurements in high voltage machines
(acceleration voltage ? 800 kV) are most uncritical due to wide thickness/defocus
windows with a stable image pattern. At lower voltages additional analysis is
necessary to take machine instabilities into account. These include averaging over
series of images or performing exit wave reconstruction.

* In all cases it is of prime importance to avoid beam damage. This can be avoided
in adequately prepared samples if exposure times are kept below two minutes and
beam current density is low (< 30 A/cm2).
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Because of the small volumes sampled in HRTEM, random alloy fluctuations may be
measured. It is thus important to differentiate them from true clustering by estimating the

sample thickness and evaluating the fluctuation that would be expected in a random alloy.

For In,Gal.N quantum wells a precision of about 2 pm was reached at unit cell

resolution and compared to the expected random alloy fluctuations. It is demonstrated,

that quantitative HRTEM can be used to detect clustering in undamaged samples.

Furthermore, the comparison with finite element simulations allows to empirically define

a calibration relationship between the chemical concentration and displacement fields in

In,Gal.-N quantum wells.

Now that the framework has been established in which quantitative HRTEM can be used

as a reliable tool for the detection of clustering, this technique is applied to understand

decomposition behavior of InxGal-xN.

3. Phase Separation, Clustering and Ordering in InxGal.N

Indium gallium nitride (InGaN) has many device applications in opto-electronics thanks

to its excellent optical performance. As a consequence, In,Gal-,N has been the subject of

numerous investigations focusing on its optical and structural properties. Photo-

luminescence experiments proved most of the luminescence originates from bound

exciton complexes [Kre02]. Early HRTEM investigations by Kisielowski et al. [Kis97]
established, that indium could segregate locally to create indium rich clusters. These

clusters were thought to be responsible for the localization of excitons in In'GaJ-xN
[Rut02, Seg04].

However, these investigations had to be revised as it became clear, that images of

damaged samples could lead to the false detection of clustering [Sme03, Li05b, Sme06].

Very recently up to the existence of clustering in InxGal.N has been questioned [Gal07]

and the localization was related to monolayer steps in the quantum well (QW) thickness.

Decoration of V-defects was proposed as an explanation for the high radiant efficiency of

In,Ga.xN despite high defect densities. QW thickness variations and screening of defects
could explain some of the optical properties of InxGal-,N, but they could only be
observed in a very limited selection of samples.

It is the goal of this chapter, to establish in a quantitative manner to what extent phase

separation is present in InxGal.-xN. In the first section, a short introduction about the

theoretical prediction and experimental detection of phase separation and ordering in

InxGal-xN is given. Sections 3.2 and 3.3 present quantitative HRTEM measurements of

clustering in QWs and bulk In,Gal-xN. Finally the results are discussed and a conclusion
with a recommendation for the growth of In,Ga.xN is given.

3.1 Phase Separation and Ordering

InN and GaN are difficult to alloy due to their large lattice mismatch of 11%
(a(GaN)=3.19 A and a(InN)=3.54 A [Pic78, Shu97]). As a consequence In5Gal-xN layers

grown on sapphire or GaN are highly strained. Additionally, the ideal growth

temperatures for GaN and InN are very different: GaN is usually grown at temperatures

of 800 - 10000C while InN has to be grown at much lower temperatures (< 5000C) to
incorporate enough nitrogen to avoid the formation of metallic indium. It is thus difficult
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to find a compromise between these two growth conditions and still produce high quality
and chemically homogenous material.

Decomposition is sometimes observed in In,Gal.,N QWs for anything but low indium
concentrations (x < 0.1). This decomposition is certainly due to the high strains in this
alloy, but it is not quite settled, when this decomposition takes place and what is its
principal mechanism. Three mechanisms can produce inhomogenous layers: island
growth during epitaxial deposition, spinodal decomposition, or ordering into alternating
layers of GaN and InN.

Island growth is a well known phenomenon in mismatched materials. In the so-called
Stranski-Krastanov growth mode, the system tries to minimize both strain energy of the
epilayer and its surface tension [Dar97]. This leads to the three dimensional growth of
pyramid like structures. Indeed, such structures were observed in uncapped InxGal-xN
layers by atomic force microscopy [Dam99, AdeO]. However, the structures are not
preserved in the finished heterostructure due to the high temperatures used to grow the
GaN cap layer.

Under these circumstances the system could then undergo spinodal decomposition to
minimize its free internal energy. This decomposition is mainly driven by the high lattice
mismatch of InN and GaN. According to calculation by Stringfellow et al. the In,Gal.N
alloy is thermodynamically unstable for a wide range of concentrations for temperatures
up to 1500K [Ho96]. Figure 3.1 shows the phase diagram for relaxed and strained InxGal_
,N as computed by Karpov [Kar98]. According to these calculations, strain should inhibit
the decomposition of strained layers such as QWs of a few monolayers thickness and
homogeneous layers should be thermodynamically stable for x < 0.35 at room
temperature. The miscibility gap, in which spinodal decomposition is expected, is shifted
to higher indium concentrations.

A system that finds itself in the miscibility gap is thermodynamically unstable and will
undergo spinodal decomposition by forming two phases with alloy concentrations that lie
on the spinodal line. According to the theory of spinodal decomposition developed by
Cahn and Hilliard this leads to composition gradients causing sinusoidal concentration
modulation of a characteristic wavelength to dominate [Cah58, Cah61]. Spinodal
decomposition thus forms periodic zebra-stripe like structures.

1200 - . . I I

1600 a Binodal 1000 b

1200 - 800 Wurtzite

600 interface8000
800 perpendicular

InGaN 400 to C-axis InGaN
G® 400 relaxed

I- 200 strained

0 0 I . . . . . .

0.0 0.2 0.4 0.6 0.8 1.0 0.0 0.2 0.4 0.6 0.8 1.0
GaN Solid phase InN GaN Solid phase InN

composition composition

Figure 3.1: Phase diagram for (a) relaxed In,Gal.)N (b) strained InxGal-xN according to
Karpov [Kar98]
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Such periodical structures of wavelength from 20 to 3 nm for concentration of x = 0. 12 to

x = 0.34 were reported in over 100 nm thick In×Gal-,N layers [Rao04, LW05, Wes0l].

Ordering on the length scale of a few monolayers was also observed [Rut98, Beh99,
Tel03]. This ordering was interpreted as alternating layers of GaN and InN. Overall, no

concise image of decomposition in In,Ga-,.N has emerged. The dependence on the

indium fraction on the decomposition behavior of thick layers was studied by a few

groups [RobOO, Nao06], but the mechanisms of decomposition could not be specified as

no microscopic study was performed.

3.2 Decomposition in Quantum Wells

Early HRTEM investigations by Kisielowski et al. [Kis97] on In"Gaj_"N QWs established

that indium could be found to segregate locally and create indium rich clusters. Since

then, and particularly in the framework of this work, a multitude of samples have been

studied according to the guidelines outlined in Chapter 2.

In Figure 3.2 the In×Gal-,N data from Chapter 2 are processed such that the experimental

noise Gnoise measured in regions of GaN is subtracted from the total standard deviation to

obtain alloy related effects (open stars). The data set is complemented with quantitative

analysis performed on MOCVD grown samples and commercial LEDs. The

measurements were all performed at NCEM using a high voltage microscope operated at

800 kV and the OAM operated at 150 kV and 300 kV. For the OAM exit wave

reconstruction or the averaging method described in Section 2.1.2 was used.

12 InGaN12-t *

10-

-8- InGaN (50 atoms, - Snm)
.: * *

* * InGaN (100 atoms, -10nm)

6-
* * *

InGaN (200 atoms, -20nm)

2-

0 1 . . .

0.0 0.1 0.2 0.3 0.4 0.5 0.6
In fraction

Figure 3.2: Galloy = sqrt[ (atotal) 2 
- (anoise) 2 ] for In)Gal.N was computed and comple-

mented with more data points.

The experimental results scatter as expected because of uncertain sample thicknesses and

different growth conditions. Overall, however, it is clear, that all methods produce

comparable and repeatable results. This confirms that reliable quantification of clustering

can be performed from lattice images recorded with electron energies between 150 and

800 kV. The expected effect of oalloy is plotted for different hypothetical sample
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thicknesses in Figure 3.2. To describe the concentration dependence by random alloy

fluctuations an average sample thickness of only 5 nm is required. Such a value is

unreasonably small since the majority of the data is such that the samples are thick (20-30
nm) compared with the QW width (2-4 nm) in order to limit strain relaxation effects (see
Section 2.2). If one assumes an average sample thickness of only 10 nm one would

already find that cluster formation occurs for x > 0.15. For a reasonable sample thickness

of 20 nm one finds that clusters are formed for x > 0.1 and that detection limits do not

allow for statements concerning samples with x < 0.1. This establishes the existence of

clusters in In,Ga I.N material for indium concentrations greater than 10%.

Now that the existence of clusters in In,Gal.,N has been established, the next step

revolves around the question how those clusters are formed. Again, quantitative HRTEM

can help to solve this question. However, while it was showed in this section how the

decomposition depended quantitatively on the average indium concentration, the study of

QWs in cross section geometry still suffers from two problems related to the

measurement method: due to the finite sample thickness the signal is averaged a first time

and the data has to be averaged a second time along the heterostructure such, that no

meaningful determination about the size and shape of the clusters is possible.

Due to the averaging procedures no conclusive evidence for the presence of a spinodal

decomposition can be given. Periodic indium fluctuations in QW structures would be

indicative of this type of decomposition, but are only recorded occasionally and with little

statistical confidence. Therefore, the quantitative analysis is extended to include thick

In,Gal-,,N layers where the detection of periodic structures is simplified.

3.3 Decomposition in Bulk Material

As decomposition is more pronounced for high indium concentrations, two indium rich

samples were chosen. The samples were grown at Cornell University in a Varian GEN-II

gas-source MBE equipped with a rf plasma source for generation of nitrogen radicals. A

150 nm, respectively 120 nm thick In,Gal.xN layer was grown on sapphire with a GaN

buffer at a substrate temperature of 550'C [LuOO]. Sample A (GS1936), has a nominal

indium content of 70%. Sample B (GS 1582), was grown with an indium concentration of

nominally 60%. Both samples were ion milled and wet etched with KOH according to the

sample preparation techniques discussed in Section 1.6.

High Angle Annular Dark Field (HAADF) Z-contrast images from Sample A and B are

shown in Figure 3.3. They were recorded with a TECNAI F20 and a TITAN microscope.
The images show periodic contrast variations confirming that chemical decomposition is

present in both samples. In sample A the composition fluctuations oscillate with a

wavelength of about 2 nm, in sample B the wavelength is about 4 nm and the contrast is

more pronounced. The fluctuations are oriented between the {0002} and {1 102} lattice

planes in a [11 20] projection of the sample. Similar composition fluctuations in In'GaJ_

xN samples grown on an AIN buffer were observed by Lilienthal-Weber et al. [LW05].

Figure 3.4 a and b show Scherzer images of sample A and B respectively. Through focus
series were recorded on various locations of both samples and used for exit wave recon-

struction (c and d). Figures 3.4 e and f show maps of the c-lattice strain in these layers

extracted from the phase of the reconstructed exit waves. The periodic contrast
oscillations that are seen in the lattice and HAADF images as strips are reflected in the
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displacement maps. They mark areas of varying c-lattice parameters revealing the

presence of compositional changes. Even within a particular stripe there are significant

lattice parameter changes creating an indium rich island structure that is modulated by the

wavelength of the stripes.

In thick layers, the conversion of displacement field into chemical composition is not

given by Equation 2.6 because of its different strain state. It differs from heterostructures

of the same average chemical composition because the straining GaN matrix is replaced

by alloyed material. The decomposed layers now strain each other. Therefore, a

tetragonal distortion that oscillates around a mean determined by the average indium

content in the layer is expected. Possible residual strain is evaluated by counting

dislocations at the GaN-buffer/InxGa.,N-layer interface and measuring the in-plane a-

lattice parameter directly. Both methods show that the In,,Gal.N layers relax at a distance

of a few monolayers from the interface to reach a steady state with an a-lattice parameter

that corresponds to an indium concentration of -60% as computed by Vegard's law,

which is close to the expected nominal concentration.

Figure 3.3: HAADF STEM Z-contrast micrographs of (left) sample A and (right) sample

B. The contrast is chemically sensitive and shows stripes of indium rich material.

As thick In,Gal.-N layers are relaxed with respect to the substrate and all images were

taken in thin (<20 nm) sample areas tetragonal distortion is thus reduced. It is assumed

that stress is completely relaxed in such conditions and that c-lattice parameter variations

can be directly interpreted as compositional changes using Vegard's law.

A composition profile was generated by averaging the indium concentration along a

straight line that traces the strain maxima over a distance of 10 nm to 20 nm as indicated

by the squares in Figures 3.4 e and f. Figure 3.5 shows the result of the averaging process

for three different sample locations (offset for clarity). To extract the amplitude and

fluctuations, the data were fitted with a sinusoid that nicely approximates the data.

Results of the fitting process are listed in Table 3.1.

The decomposition wavelength in the samples varies between 2 and 4.5 nm, which is a

distance that is well comparable with typical width of GaN/InGaN/GaN QWs [WesO I,

Rao04, LW05]. Similarly, amplitudes of Ax=0. I and Ax=0.15 compare well with the

standard deviation (Yaloy of the c-lattice constant measured in QWs with an average

concentration x = 0.3.
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Figure 3.4: (a) and (b) HRTEM micrographs Scherzer defocus of sample A and B
respectively and (c) and (d) the corresponding reconstructed exit wave. (e) and (f) are
maps of lattice parameters measured on reconstructed exit waves of the areas shown.
Squares indicate the areas where a composition profile was formed. Note the different
length scale of the pictures.
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Figure 3.5: Concentration pro_le averaged along uctuations on di erent areas in sample A

and sample B. Concentrations are o_set for clarity and _t with a sinusoid (red line).

Table 3.1: Wavelength, amplitude and average indium fraction extracted from the

composition profiles in Figure 3.5. Errors describe the interval that includes all data

points.

\Vaveh,ngth (nm) Amplitude (Ax) Average (.r)

.ainlAo A 2.02 +/-(1.1 .1 -. 0 0 . .- (.08

Sam hpl B :3.52 +- 1 0.15 -i-)0. 01 0i2 - 0.09

The stripes form a varying angle with respect to the growth direction <0001>, ruling out

their formation by a kinetic process during deposition of the epilayer. Moreover, the

concentration profiles are symmetric, which emphasizes that a thermodynamical process

is responsible for the decomposition of In Gal.xN. Indeed, heterostructures show an

abrupt GaN/ InxGal-,N interface as opposed to a smoother In,Gal.xN /GaN interface due

to the tendency of indium atoms to float on GaN during growth (see Figure 2.9).

Following Cahn, a thermodynamically unstable system undergoing spinodal

decomposition will amplify a sinusoidal fluctuation with a preferred wavelength [Cah58,

Cah6l]. Accordingly, In,Gal.xN samples grown deeper inside the miscibility gap should

decompose with a shorter wavelength. Rao et al. observed this effect for indium

concentrations of 12% through 34% by analyzing shoulders to diffraction spots in TEM

diffraction patterns. They measured a decrease of wavelength from 20 nm to 3 nm

[Rao04] in this concentration range, which agrees with the present findings.

At a given growth temperature the final decomposition amplitude is given by the two

points at the spinodal. However, decomposition with nanometer wavelength is

incompatible with a large amplitude because surface tension prohibits the formation of

arbitrarily sharp interfaces. The thermodynamically stable state of systems with

wavelengths that approach atomic dimensions might therefore differ significantly from

those of macroscopic solids. Hyde et al. suggest that the continuity approximation in the

Cahn-Hilliard model breaks down for nanometer scale fluctuations [Hyd96]. Further,
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current models do not take into account kinetic diffusion barriers although experimental
data show that the low mobility of indium atoms is a serious barrier to decomposition
[ChuOl]. Iliopulos et al. [Ili06] demonstrated how low temperature growth of InxGal.xN
can suppress decomposition over a wide range of compositions. On the other hand, the
formation of stripe like structures indicating decomposition was reported in thick MBE
grown layers with low indium concentration (x < 0:2) [Li5a].

In summary, the decomposition behavior of thick In,Gal-xN layers strongly resembles
that of a spinodal decomposed material. In InxGal-.N spinodal decomposition produces
structures on a nanoscopic length scale. However, the question remains whether the
decomposition in bulk InxGal-xN is due to the same process as in In,Gal-,N QWs.

3.4 The Decomposition Behavior of In,Gal.-,N QWs and Thick Layers

In this section, the spinodal decomposition in thick InxGal-,N layers is compared to the
formation of indium rich clusters in In,Gal.-N QWs. The narrow width of QWs (2 nm - 4
nm) excludes the observation of periodic stripe patterns, which is the primary
characteristic of the decomposition process in thick layers. However, it was described
earlier in this report that the stripes shown in Figure 3.4 e and f themselves are
inhomogenous. They appear to be composed of aligned agglomerations of indium rich
islands. In fact, these indium rich islands are strikingly similar to the dot-like structures
observed in In,Gal_,N QWs.

Additionally, the decomposition amplitude in thick In,Gal.-N layers as recorded by XRD
and luminescence by Robbins et al. [RobOO] shows similarity to Figure 3.2; in both cases
the fluctuation amplitude increases with increasing x. However, data obtained from local
strain measurements of QWs and from XRD experiments of thick layers are not directly
comparable since different approximations are made while interpreting data. For example
it is common to describe a broadening of XRD peaks with a Gaussian distribution, while
our microscopic measurements reveal a fundamentally different element distribution. A
comparative study is needed to establish proper relationships, which is beyond the scope
of this work. In the framework of the presented results, the full width at half maximum
(FWHM, in units of indium fraction) of the <0002> peak in the 0-20 XRD scan of
sample A was compared with the amplitude of the sinusoid fit of the strain map. A
resulting quotient SineAmp/FWHM = 0.5 was used to recalibrate the XRD data from
literature. This scaling factor cannot be directly interpreted, as it represents a relationship
between two different statistical distributions. Figure 3.6 plots the resulting fluctuation
amplitudes against the average indium concentration. The data for the thick layers studied
in the previous section adds decomposition results from material with x = 0.6 and x = 0.7
and narrows the location of center of the miscibility gap at indium concentrations around
x = 0.5 to 0.6 in accordance with earlier experimental findings [Wu02b].

The data points for fluctuations in thick layers and QWs on the gallium rich side (squares
and stars) agree remarkably well. As a guide to the eye, they were fitted with parabolas
centered at the ordinate. The offset between the two datasets can be explained by data
averaging during the profile creation, which does not take into account the existence of
dots in the indium rich stripes. This would slightly increase the decomposition amplitude
in thick ln,Ga-.×N layers and thus diminish the offset to fluctuation amplitudes in QWs.
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Figure 3.6: Chemical inhomogeneity of In,Ga.xN as a function of average indium

concentration. Squares and hexagons represent bulk data from the literature to be

compared to the values in QWs (stars). The dashed lines are parabolic fits to both data

sets for x < 0.5.

It is argued that the formation of clusters in In×Gal.,N thick films and QWs is the result

of a thermodynamic process, which may be modified by growth kinetics. This

interpretation is corroborated by theoretical studies by Kenzler et al. which describes how

spinodal decomposition in confined geometries results in structures very similar to the

dots in In,Gal_,N QWs [Ken0l] even though strain is not taken into account in his

simulations. Figure 3.7 illustrates these points in a qualitative manner by comparing

chemical decomposition fluctuations in a thick In Gai.,N layer (Sample B, the map was

rotated to align the stripes horizontally), an In Ga.-,N QW and the results from above

mentioned simulations. Clearly the periodicity of the stripes in the thick layers is in the

order of the typical QW thickness and the appearance of clusters in the stripes is optically

very similar to clustering in QW. Finally, the fluctuations resemble those found by

Kenzler et al. in an incomplete spinodal decomposition. Strain, which was predicted to

suppress decomposition [Kar98], does not seem to have decisive influence.

Under these premises, indium clusters in In,Ga.xN QWs should show a periodicity

similar to the one of the modulations in the bulk material. In cross section, this has not

yet been observed due to a limited well width and the projection problem. The indium

distribution at low x < 0.1 as well as the three dimensional atom distribution remain

undetermined because of noise limitations and the lack of electron tomography with

atomic resolution. Current developments address these limitations [TEA].

In this section it was demonstrated, that strain mapping can be a powerful tool to quanti-

tatively determine the decomposition in thick In,Gal.,N layers. This allowed to compare

the decomposition amplitude measured on a microscopic level with XRD measurements.

Further, it allows the direct comparison of decomposition amplitude in In Gal-,N thick

layers and QWs. In both cases, the decomposition amplitudes follow a similar functional

trend with increasing indium content. The periodicity of the decomposition in thick layers
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is typical of spinodal decomposition and it is argued, that it is also such a thermo-
dynamical process that governs decomposition in QWs.
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Figure 3.7: The strain map from sample B is juxtaposed to the strain map of an InxGai.N
QW and a theoretical prediction of spinodal decomposition in a confined geometry for

three different time steps (arbitrary time scale t)[Ken0 1].

3.5 Outlook and Consequences for Growth

In this section, the possibilities of future experiments as well as consequences of the

results presented in this chapter for the growth of In,Gal-xN structures are explored.

3.5.1 Further Measurements

Due to the preparation in cross section geometry, the strin data recorded by HRTEM is
always averaged along the thickness of the sample. Thuso meaningful assessment of the

shape or periodicity of clustering in QWs can be given. However, this is of prime

importance to model the decomposition and understand its effect on optical
recombinations.

The averaging can be avoided by preparing the sample in plane view geometry, where the

QW is perpendicular to the electron beam. The only averaging present then is through the

QW thickness which can be neglected for typical thicknesses of a few nanometers.
Sample preparation in this geometry is challenging because the sample should have a thin
cap layer, ideally not more than 10 nm thick to ensure that the QW is indeed present in

thin areas when thinning from the substrate side. As a consequence, the cap layer has to

be protected against unwanted etching. The sample is thus thinned with conventional

means (dimpling and ion milling) from the substrate side only. For wet etching, the

sample is fixed in a plastic hose of 3 mm diameter (the size of the sample grid) with the

cap layer facing into the hose. The hose is then filled with water to protect the cap layer

from the etchants. Because of the high strain of the heterostructure, thin areas of the

sample will bend as seen in Figure 3.8. Reaching a low index zone axis then becomes
difficult.

Strain fields do not yield any chemical information as the heterostructure is homomorph
to the substrate. Therefore, the in-plane lattice distance remains constant across the

heterostructure while in plane view the c-lattice constant is not accessible to measurement
since it is parallel to the electron beam. For this reason a different measurement technique
has to be used to image chemical inhomogeneity. A VG HB501 dedicated STEM was
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used to record HAADF images sensitive to changes in chemical composition. However,

since the QW is only a few monolayers thick, the effect of a few indium atoms replacing

gallium atoms is very small. It is thus challenging to differentiate chemical inhomo-

geneity from etch pits created during sample preparation.

Figure 3.8: Ronchigram of the plane view In,Gal-.N SQW sample. The hole is in the

center. The sample foil is bending over and is even torn in at the edges. Lines of contrast

are caused by diffraction.

Figure 3.9 shows such an HAADF image with areas of contrast which could correspond

to indium rich clusters. However this could also be the effect of changing sample

thickness. Spectroscopic analysis of the energy losses encountered by the electron beam

on spots of strong contrast and aside it did not show a significant difference. Acquisition

of spectral data in a STEM is complicated by the high electron dose that rapidly burns

holes into thin samples. Beam damage is thus a serious issue at this point. Spectroscopic

STEM imaging or energy filtered TEM might lead to success here.

The ultimate goal of the microscopist is to determine the exact position of single atoms in

a sample structure. To reach this goal, one needs to count atoms in a column and at the

same time discriminate their chemical nature. The electron wave experiences a phase

shift proportional to the total atomic weight in a column. In a pure material, this shift

amounts to a multiple of the shift induced by one single atom of the column. The phase

shift is discrete. In alloyed materials, a phase that does not correspond to this criteria is

caused by an impurity atom and its chemical nature can be retrieved by analyzing its

effect on the phase. Taking advantage of this discreteness of measurement values and of

the discreteness of the crystalline grid (atoms are not randomly distributed in space)

allows for unique tomographic reconstruction using only very few projected images

[Jin04, Bat06].
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Figure 3.9: HAADF image of plane view In,Gal-N QW sample. Scattering is Z number
dependent, i.e. white blobs could be caused by indium rich clusters.

NCEM's TEAM project aims at realizing this vision by allowing sub-Angstr6m
resolution at accelerating voltages as low as 80 kV. The low voltage allows the exposure
of the sample to higher electron doses before the onset of beam damage. Correction of
spherical and chromatic aberrations will enable imaging and exit wave reconstruction at
unprecedented signal to noise ratio. It is a stated goal of the TEAM project to enable the
study of nano-clusters and their formation. Exciting developments can thus be expected
in the field of High Resolution TEM and STEM over the next few years.

3.5.2 Consequences for the Growth of InxGal..,N

It was shown in this chapter, how indium clustering is detectable for indium
concentrations above 10%. This is a direct consequence of the large lattice mismatch of
GaN and InN that creates a miscibility gap for usual growth temperatures. An obvious
solution for a controlled growth of In,Gal-_.N with higher indium concentration would be
to go to higher growth temperatures (-1000°C) were the miscibility gap narrows. To
reach sufficient indium incorporation at these temperatures a high pressure (up to 100
bar) is needed. It is questionable whether decomposition can be suppressed during
cooldown, but preliminary results seem promising [Ale06, Woo06].

In light of the presented results, another path that might lead to the realization of high
indium concentration In,Gal-,N with a quality acceptable for technological applications is
proposed. Instead of trying to suppress decomposition in InxGal-.N QWs which promises
little success in conventional low pressure reactors for concentrations above 10%, the
approach is to seed decomposition fluctuation in the active layer during the growth
process.
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This seeding might provide a way of controlling and manipulating the decomposition in

In,Gat.N in a useful manner. In its experimental realization this signifies, that

concentration modulations corresponding to the wavelength and amplitude of the

naturally appearing phase separation should be grown into the active layer during

epitaxy. This seeding will produce a layer that is already close to its thermodynamical

optimum and should result in material of high quality. Conveniently, the decomposition

wavelength is of the order of a few nanometers, which corresponds to the thickness of

current QWs.

This approach has the additional advantage that strain in the layers is relaxed at the

substrate interface and piezoelectric fields will thus be reduced. The active layer should

be thick enough to decompose in a similar manner as the samples studied in this work but

could probably be as thin as a dozen nanometers.

Substrate

Figure 3.10: Proposed sample structure. The active region consists of a relatively thick

In,Gal.,N layer with a high average indium concentration (x - 0.5). Engineered

decomposition allows for high quality, high indium concentration heterostructures.

3.6 Conclusion

In this chapter, quantitative high-resolution transmission electron microscopy was used to

study the distribution and clustering of indium atoms in InxGa.,N alloys. In fully strained

In,Gal-,N quantum wells, random alloy fluctuation could become measurable for indium

concentrations x > 0.1 if samples are thin enough. However, it is found, that the

formation of indium rich clusters dominates at these concentrations while noise limits

measurements for x < 0.1.

A quantitative study of decomposition of In,Gal-,N thick layers was also presented. The

measurement of displacement fields allows to analyze for the first time how the InxGal-

,N layers decompose to form a stripe like structure with 2 - 4 nm periodicity

characteristic for spinodal decomposition. The stripes are oriented agglomerations of

indium rich islands with striking similarity to the "dot-like" features observed in ln.Gal-

,N quantum wells.

Literature values for thick In,Gal-,N films and InxGal.,N quantum wells could be directly

compared and show identical functional dependencies of the decomposition amplitude.

This provides strong evidence, that cluster formation in In5Gan.,N quantum wells can be

explained by a thermodynamic process similar to spinodal decomposition in bulk In×Gal-
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,N. Strain does not noticeably suppress decomposition. The center of the miscibility gap
is placed around x = 0.5 to 0.6.

4. Clustering in InN and the Bandgap Question

III-nitrides are generally considered as wide bandgap materials with applications in

ultraviolet as well as visible-range optical devices and high power electronics. It is only

recently, that measurements suggested a bandgap of InN below 1 eV [Wu02a, Wu02b,
Dav02b, Dav02a] as opposed to 1.9 eV previously accepted in the literature. However,
the structural imperfections and high background doping of InN can result in variation of

the apparent bandgap through the Burstein-Moss shift, defect bands and plasmonic
resonances. Publications of the last years placed the bandgap somewhere between 0.6 and
1.9 eV, depending on the employed measurement methods and the analyzed material

[But05]. The reason for this wide range of estimates could be explained by defect bands

and resonances inside a wide fundamental bandgap. Indeed, InN has to be grown at

relatively low temperatures (around 5000C), which eases the formation of metal

precipitates. In general, it is believed that metal clusters can be avoided in an optimized
growth process, but nanoscopic inclusions might still exist below the detection limit of X-

Ray Diffraction (XRD). It has been shown, that metal clusters could cause resonance in

the infrared and effect the Photoluminescence (PL) behavior of InN [Shu04b, Shu06]. In

this chapter, HRTEM studies of InN are presented. It is shown that inclusions of 5-40 nm

can indeed be present in samples of apparent high quality as determined from XRD.

These inclusions have a strong influence on the luminescence of the studied material.

4.1 Indium Clustering

Two hexagonal InN epilayers were studied by XRD, PL and HRTEM. The samples were

grown by plasma-assisted molecular beam epitaxy on sapphire as described in [IvaO4], at

the loffe Institute, St. Petersburg, Russia, using the Compact 21T setup (France, Riber)

equipped by a plasma source HD-25 from Oxford Applied Research. Sample rotation was

suppressed leading to an inhomogeneous deposition. In particular, with an average

substrate temperature of 480'C, there was a - 20'C positive temperature gradient from

the center to the periphery of the wafer. This should result in an increasing size of

metallic inclusions towards the border. Indeed, scanning electron microscopy revealed

surface indium droplets at the periphery only. These droplets were etched with KOH

before the TEM and PL investigation, sample A was taken from the center of the wafer,

sample B from its edge.

The samples were prepared for TEM in cross-section geometry in [110] and [1 0] zone

axis by mechanical thinning and argon ion milling using a Fishione ion mill operated at 6

kV for milling and 2 kV for polishing. To further reduce surface roughness, the samples
were polished in a Linda ion mill on a liquid nitrogen cooled stage using a 500 eV beam.

HRTEM images of the samples were recorded on the OAM operated at 300 kV and set to

Scherzer defocus. After low energy ion milling both samples show uniform contrast over
wide areas indicating a clean and at surface. Only the hexagonal phase is detectable.

However, nanometer size areas of contrast were seen as shown in Figure 4.1. This

contrast is not due to electron beam damage, as the inclusions have been found in areas

exposed to the beam less than 10 seconds at only 1 A/cm2 .
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On the contrary, contrast alteration appears only after a few minutes of beam exposure

causing contrast of the inclusion to disappear (see the next section for a description of

beam damage in InN). The inclusions have an extension of about 5-10 nm in sample A

and 20-40 nm in sample B (Figure 4.1). The size increase is in accordance with the

growth mode and the samples were prepared in an identical manner. Contrast imaged in

the first seconds of illumination is thus due to inclusions that are already present inside

the original material. The inclusions found are much smaller than any of the inclusions

reported to date in InN [Shu06].

Figure 4.2 shows a high resolution image of an inclusion together with power spectra

from the indicated areas. No additional spots can be seen in the power spectrum of the

inclusion. However, the spots are broadened by strain, which indicates that the inclusion

is contained in the matrix as opposed to sitting on the sample surface. According to the

lattice parameters given in the Pearson Handbook [Vil91], the lattice of hexagonal InN

and tetragonal indium have similar diffraction pattern if

<001> 11 <01 1->and<2 10> 11 <200>
resulting in a 5% and 9% lattice mismatch respectively. (Note that indium also appears in

a cubic phase for nano-particles; see e.g. [OshO 1]).

Figure 4.1: HRTEM images of (a) sample A showing inclusions of 5-10 nm in size. The

inset shows a magnified image of an inclusion. (b) sample B showing inclusions of about

20 nm in size. Moir6 pattern visible on the lower left side of the cluster are compatible

with tetragonal metallic indium.

Figure 4.3 shows a calculated image at Scherzer defocus of an extended unit cell of InN

[110] of 10 nm thickness containing a 4x4x4 nm 3 inclusion of tetragonal indium

simulated with the program MacTempas [Kil07]. A darker contrast at the center

corresponds to the indium inclusion. Fourier transforms were taken in a similar manner to

Figure 4.2 showing that no additional diffraction spots_may be observed if the inclusion is

oriented along the matrix material. Simulations in [1 10] zone axis give identical results.

However, the effects of lattice mismatch become noticeable in the larger inclusions

through interference with the host lattice. Figure 4.1 b shows such a Moird pattern in the

lower left comer. Simulations of superimposed layers of hexagonal InN and tetragonal

indium with the mentioned orientation relationship do indeed predict Moird pattern with a

period of about 8 nm along the c-axis and down to a few nanometers when rotated.

Metallic indium inclusions under strained conditions can explain the Moir6 pattern. Their
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period is too large to be observed in the small inclusions of sample A. Indeed,
spectroscopic TEM studies of the samples confirmed the existence of indium in sample B

[Kis07b] and placed the bandgap of defect free InN around 1.7 eV [SpeO5].

Figure 4.2: A high resolution lattice image of an inclusion in sample A. The power

spectra of selected areas as indicated show no additional spots, but a widening caused by
strain in the inclusion is observed.

Figure 4.3: Simulated InN lattice image with a thickness of 10 nm containing an indium

inclusion of 4x4x4 nm 3 in the center. The Fourier transforms do not show additional
diffraction spots due to the inclusion.

Figure 4.4 shows the PL spectra of the two studied samples. The PL emission in sample
A with its small clusters is centered at 0.6 eV and is about one order of magnitude weaker

than in sample B centered at 0.68 eV. The spectra are similar to those observed before
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cleaving the wafer holding sample A and B; a uniform Fermi level thus excludes a

different Moss-Burstein shift. The modification of the PL spectra demonstrates a drastic

effect of inclusions on the optical properties of InN. It can be understood when two basic

phenomena which are possible in metallic indium inclusions are considered; the

plasmonic (Mie) resonances and the specific interband absorption between the parallel

bands in metallic indium [Har66]; the latter starts from 0.6-0.7 eV, reaching a maximum

at 0.9 eV to 1.5 eV [Gol63]. The Mie resonance depends strongly on the aspect ratio of

the inclusions. A high aspect ratio can shift the resonance into the infrared. However the

HRTEM images do not indicate high aspect ratios. If the inclusions are presumed to be

spherical, they would produce Mie resonances near 2.8-3 eV. Additionally, in small

clusters (5 nm) the damping of the resonances by boundaries should be significant.

//sample B

Sample A

r_.

0.45 0M50 0.55 0.60 0.65 0.70 0.75 0.80

[ncrgv (cV)

Figure 4.4: PL spectra measured in the samples A and B with indium clusters sizes of 5

and 20 nm, respectively. Excitation is done by a 809 nm line of a InGaAs laser, detection

by a combination of InGaAs Hamamatsu and PbS detectors [Shu07].

Thus, it is assumed that the basic optical effect in the small clusters is the parallel band

absorption. It has been previously demonstrated that such absorption can quench the

infrared PL near 0.7 eV, while in the larger clusters some plasmon-induced enhancement

of the emission is possible [Shu04b, Shu04a]. Even in almost spherical clusters, it can be

due to the local increase of the electromagnetic field at sharp comers. Due to similar

crystal parameters, it may be argued that the inclusions could contain a cubic phase InN.

However, the contrast change stemming from these inclusions is weaker than from pure

indium. More importantly, cubic InN is expected to have a lower bandgap than the

hexagonal phase [Amb98]. Cubic InN clusters would thus act as localization centers for

charge carriers. Sample A with smaller inclusions is then expected to have a higher

energy shift of PL due to possible confinement; sample B should have a lower energy

shift. This is in direct contradiction with the luminescence spectra shown in Figure 4.4.

Another common precipitate in InN is In20 3 [Xu05] however, the oxide has been related

to high bandgap transition in InN [But05] and cannot explain the different PL observed in

the studied samples.
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In conclusion, it was demonstrated nanometer-scale inclusions can be present in InN
samples. Careful sample preparation produced damage free, flat surfaces where changes
in contrast and Moir6 pattern are explained by metallic indium clusters. Due to an
increase in growth temperature, the size of the inclusions is about 5 nm in sample A and
about 20 nm in sample B. Further, it is established that the variation in the cluster sizes is
consistent with modification in infrared luminescence, induced mostly by specific
interband absorption within the metallic indium. In summary, nanoscopic metallic indium
inclusions cause significant changes in the optical properties of InN.

4.2 Electron Beam Damage in InN

Damage caused by the imaging electrons is always of concern in HRTEM imaging, in
particular when probing for chemical inhomogeneity or clustering. In this section, the
effect of electron exposure on InN and indium inclusions is presented. The effects of
electron beam irradiation - of prime importance to differentiate inclusions present in the
original material and those formed during sample preparations and imaging - are
discussed.

It can indeed be challenging to prepare and image a sample in such a way, that no
damage is present. Figure 4.5 shows the phase of the reconstructed exit wave of an
interface between GaN and InN. The pattern in InN is disturbed and it is challenging to
resolve the In-N dumbbells in this material. This indicates that InN is a material sensitive
to beam irradiation that will be altered by the electron beam after only 2 minutes of
irradiation.

Figure 4.5: The reconstructed phase of a GaN/InN interface is shown. While the phase is
constant in the GaN substrate, damage is visible in the InN.

Low energy ion milling of the samples produces uniform contrast over wide areas
indicating a clean and smooth surface after short exposure times. Nanometer size areas of
strong contrast were seen and could be attributed to metallic indium inclusion in the

previous section.

Beam damage typically induces spots of contrast where material is amorphized or
sputtered away (see for example Figure 2.1). In the studied samples however, such

E. R. Weber, Final Report 2004-2007 AFOSR grant No.: FA9550-04- 1-0408 44



Innovative Growth and Defect Analysis of Group III - Nitrides for High Speed Electronics

damage was not observed even after exposure times above 5 minutes (Figure 4.6).

Instead, the inclusions are first dissolved before longer time exposure leads to the

formation of a pattern of stripes aligned along the c-plane.

Figure 4.6: Time series of sample A showing inclusions that disappear after 3 min of low

dose irradiation (1 A/cm2). After 8 minutes of irradiation, the formation of a superlattice

structure is observed.

Figure 4.8 shows the temporal evolution of a thin area of sample A taken at Scherzer

defocus under relatively high beam currents (30 A/cm2) to observe beam effects on a

shortened time scale. The material is initially clean and homogenous over the field of

view with an amorphous layer visible at the sample edge. After 5 minutes of irradiation,

the amorphous layer shows signs of ordering and after 10 minutes a crystalline pattern

corresponding to the [110] zone axis of cubic or tetragonal phase is formed. Its hexagonal

< 111 > axis is almost parallel to the < 0002 > direction of the hexagonal InN. The time

series shows how electron beam irradiation of InN changes the crystal structure and

actually "repairs" amorphized material into a different phase by recrystallization.

In thicker parts of the sample, such as the upper right comer in Figure 4.8, one can again

observe the apparition of the periodic stripes. Figure 4.7 shows a reconstructed exit wave

of such an irradiated sample area. As sketched, an A-B-A stacking pattern from the initial

hexagonal phase is still present, but it alternates with an A-B-C pattern as expected for a

cubic phase. The cubic phase can also be interpreted as stacking faults created during

electron irradiation.
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ABC

Figure 4.7: Phase of a reconstructed exit wave of irradiated InN. It shows the formation
of a cubic phase alternating with the hexagonal phase.

Figure 4.8: Time resolved Scherzer series of sample A showing the formation of c-InN.
Beam current is 30 A/cm 2 and the times are taken from the moment of first irradiation.

Indeed, the pattern in Figure 4.7 could be explained with an extrinsic stacking fault
introducing three "zinc blende layers". However, the formation energy of an extrinsic
stacking-fault is also about three times greater than for a type I stacking fault which were
not observed [Wri97a, Sta98]. Additionally, the formation energy in InN is almost double
that found in GaN, where no structural transformation was observed.

The formation of this pattern is fairly reproducible both in the apparition of the structure
and in its periodicity. A very similar structure has been observed in the ternary alloy
In,Gal.xN. While In,Gal.xN shows phase separation dependent on the average indium
concentration in the alloy as presented earlier in this work (Chapter 3), ordering with a
wavelength around 1 nm lying in the (0002) planes was observed by TEM and interpreted
as an ordered phase of high gallium or indium concentration [Beh99, Rut98]. As shown
in the present samples, such structures could be beam induced and may not represent
chemical ordering in the original material.

The beam sensitivity of the inclusions upon beam exposure and the crystallographic
changes in InN are quite peculiar. Beam damage generally appears in the form of knock-
on damage or through ionization. In nitrides, high energetic rays can ionize nitrogen
atoms which then diffuse through the host crystal until they find another nitrogen radical
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and combine to N2 to leave the crystal. If there is no nitrogen radical in the vicinity, the

atom is caught by the host crystal in its initial site or on an interstitial [Mkh03, Shr05].

In the present case, the nitrogen radicals can also be trapped inside the indium clusters

and eventually the inclusions will contain as much nitrogen as the matrix, attenuating the

contrast. Further damage is expected to lead to nitrogen desorption first, resulting in an

indium rich phase. Two situations can result from this process: if nitrogen is completely

desorbed, metallic indium would remain. Else, a cubic InN phase could be synthesized.

Indeed, the lattice constants of the cubic phase correspond to what is expected for cubic

InN. InN is also known to preferentially crystallize into a cubic phase under indium rich

conditions [IwaO6] like GaN [Okt99]. The dissolution of the indium inclusions shown in

Figure 4.6 could be explained by a diffusion process into the matrix which would lead to

an indium rich phase similar to the material at the sample edge in Figure 4.8. As a

consequence, a cubic indium rich phase also forms in thick material. The high pressure

rocksalt phase which would increase the density of InN by almost 20% [Uen94] could not

be detected in the present samples. As the hexagonal symmetry is the energetically most

favorable structure [Yeh92], it is quite improbable that the electron beam would

eventually anneal the sample into a pure cubic phase.

The reason for the two phases to coexist in such close vicinity is inferred to be that their

combination allows for inclusion of excess indium and is energetically favorable under

strain. In conclusion, HRTEM imaging of InN was performed. The effect of electron

beam damage was also discussed in particular because it causes both a phase

transformation and a nano-structuration of InN. It creates a structure alternating between

the original hexagonal phase and a newly created cubic phase. The cubic phase is

believed to accommodate excess indium from the inclusions.

4.3 Conclusion

In conclusion, HRTEM imaging provided evidence for nanometer-scale inclusions in two

InN samples. Careful sample preparation produced damage free, flat surfaces where

changes in contrast and Moir6 pattern are explained by metallic indium clusters. Due to

an increase in growth temperature, the size of the inclusions is about 5 nm in sample A

and about 20 nm in sample B. It is established that the variation in the cluster sizes is

consistent with a odification in infrared luminescence, induced mostly by specific

interband absorption within the metallic indium. In summary, nanoscopic metallic indium

inclusions can be present in InN and cause a significant change in optical properties.

5. Optical characterization of InN

The development of monochromator technology for transmission electron microscopes
now allows for a series of new experiments with semiconductor materials including

locally measuring bandgap energies and defect bands with valence electron energy loss

spectroscopy (VEELS). For the InGaN alloy system the technique was tested, local
composition fluctuations were examined, different crystallographic phases were

measured and defect bands were found located along an InN / GaN interface. InN

epilayers from various suppliers were compared and optical energies from photo-

luminescence and optical absorption measurements were taken to complete the material
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characterization and distinguish results from local (VEELS) and spatially averaged (PL,
opt. absorption) techniques. The results for InN are described in this chapter.

5.1 Polymorphy in InN and the first VEELS bandgap measurements

The choice of experiment for the determination of band transitions in InN epilayers is
scanning transmission electron microscopy (STEM). Epilayers were imaged in a 200 keV
FEI TECNAI G2 microscope with a monochromated nanoprobe beam which allows for a
local investigation with an electron beam of 2 nm diameter and an energy resolution
better than 200 meV (measured in vacuum). This microscope is located at the National
Center for Electron Microscopy at the Lawrence Berkeley National Laboratory, CA.
Band transitions in InN were measured by valence electron energy loss spectroscopy
(VEELS) and compared to band transitions in hexagonal GaN, that is used as a standard
for comparison.

The InN epilayers were deposited onto a (0001) GaN buffer, grown by Metal-Organic
Chemical Vapor Deposition on (0001) sapphire. A typical InN epilayer thickness is 800
nm to 1000 nm, and the deposition was done under In-rich flux conditions. Further details
of the epilayer growth are published in ref. [SpeO4]. The epilayers' oxygen concentration
is high, about 1020/cm 3. Any oxide phases can clearly be distinguished from the InN
matrix in the TEM analysis and are not included in this study. The oxygen distribution in
the InN epilayers is published in ref. [Xu05].

X-ray diffraction analysis was performed in a Siemens diffractometer with a 4-Ge-crystal
monochromator. Lattice constants were determined from interplanar distances. Those
crystallographic plane distances were extrapolated from [0002], [0004], [0006] and [10-
12], [20-24] normal coupled scans utilizing the following equation [HarO I]:

Ch - Creal X (1-D/L x Ph) (1)

with: Ph = COS 2(0) / sin(E)
Ch = h X / (2 sin(E))

D: sample deviation from eucentric height, L: sample distance to radiation source,
h = 2,4,6 for [00h] reflections, Creal: extrapolated interplanar distance

TEM samples were prepared in cross-sectional geometry by Ar ion milling and - in some
cases - a final etching step to minimize surface roughness [Kis97]. The VEELS
measurements were performed with a monochromated FEI Tecnai G2 STEM/TEM as
described above. GaN buffer layers were investigated to provide a reference signal that
was extensively studied before (see for example [Laz03, Kea02]). VEELS measurements
were accompanied by high resolution transmission electron microscopy to determine the
crystal structure of the epilayers and to identify other phases if present. VEELS spectra
were only taken from areas identified as wurtzite InN, zincblende InN or wurtzite GaN,
with no other crystal phases, especially no oxides or indium metal clusters, present.

A large deviation of the c lattice constant was observed earlier in InN epilayers grown on
MOCVD GaN buffers [Spe04]. The corresponding strain in the epilayer was mainly
attributed to a uniaxial stress as it occurs when defects are incorporated site specifically
along (0001) crystallographic planes. Figure 5.1 shows the high-resolution x-ray
diffraction of (0002) and (0004) reflections of InN (rocking curves) which clearly show a
second peak appearing in the overall asymmetric diffraction peak. The second peak was
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found to correlate with (111 )-type crystallographic planes of the zincblende phase of InN.

The corresponding lattice parameters from the complete x-ray diffraction analysis are

given in Table 5.1. For details on the lattice parameter evaluation see ref. [Spe04]. It shall

be noted that the presence of polytypes of InN does not explain the observed uniaxial

stress response in the epilayer. Preferential incorporation of point defects along (0001) or

(111) planes may have caused the strain in both crystallographic phases, wurtzite and

zincblende InN, respectively, preferentially incorporated oxide platelets were not found.

Table 5.1: Lattice constant evaluation for wurtzite InN with zincblende phase inclusions

theoretical [8] single peak double peak mismatch [%]

a_wurtzite [nm] 0.3545 0.3534 0.3535 0.31 / 0.28

c_wurtzite [nm] 0.5703 0.5804 0.5799 1.77 / 1.68

a zincblende [nm] 0.498 0.5035 1.10
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Fig. 5.1 X-ray normal coupled scan of InN epilayer deposited on MOCVD GaN buffer,

the solid lines are fitted Gaussian functions (gray: single peaks, black: superposition of

two peaks)

In a transmission electron microscope the polytypes of InN were confirmed. In thin TEM

sample areas those phases can be investigated separately. Figure 5.2 shows such an area

with wurtzite and zincblende InN. Power spectra taken from local image areas allow for

their identification as shown by the insets. The local VEELS measurements were

performed after identification of the respective phase of the investigated grains.

Valence electron energy loss spectroscopy, also called "low-loss EELS", is an established

method to measure band transitions in a variety of materials. First, high band gap

materials such as BN, MgO or diamond were subject of VEELS investigations but also

the band transitions of semiconductors such as GaAs were measured [Raf98]. Recently,

the development of monochromated electron beams, which narrow the zero loss, became

available. This advanced technology provides an energy resolution smaller than 200 meV

and therefore gives access to measuring narrow gap semiconductors as well. For wurtzite
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phase InGaN alloys, including InN various VEELS measurements were published
recently [Laz03, Kea02,BroO2, Spe05, Jin05].

Fig. 5.2 High resolution transmission electron microscopy image of an InN epilayer with
zincblende and wurtzite type areas, insets show the corresponding diffraction patterns of
wurtzite and zincblende InN.

Fig. 5.3 Typical VEELS spectra of wurtzite GaN (dotted line), wurtzite InN (dashed line)
and zincblende InN (solid line), the background is removed, (a) onset of first observed
energy loss shows the bandgap of the respective materials, (b) plasmon peaks are
observed at 19.5 eV for GaN, 15.7 eV for InN, the latter peak energy is identical for
wurtzite and zincblende phases.
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Figure 5.3 shows typical VEELS spectra of a GaN buffer layer (dotted line), a wurtzite

InN area (dashed line) and a zincblende InN area (solid line). The VEELS spectra are

shown with the background removed (no zero loss). At higher energies of the spectra

(Fig. 5.3b) the plasmon peak can be observed which is characteristic for the host material,

at (19.5 ± 0.1) eV for GaN and (15.7 ± 0.1) eV for InN, and at the same position for

wurtzite and zincblende InN. The plasmon peak position also confirms that InN is

measured and not another crystallographic phase such as indium-oxide. As can be clearly

seen (Fig. 5.3a) no significant energy loss is observed below 1eV; the first band transition

in GaN is found at about 3.3 eV while the first band transition in wurtzite InN is observed

at about 1.8 eV. In zincblende InN the first band transition is found at about 1.5 eV (all

figure 5.3a). The observation of a slightly lower bandgap for zincblende InN than for

wurtzite InN is consistent with bandgap measurements of the polytypes in GaN and AIN

(see for example ref. [Vur03]). The bandgap energy determined by VEELS is a room

temperature value due to a slight local temperature increase in the TEM specimen (see

also ref.s [Spe05, Jin05]). The bandgap value for GaN agrees well with literature data

(see for example ref. [Vur03]).

The band transitions in zincblende InN were investigated at several areas of the TEM

samples. Figure 5.4 shows the first derivative of typical VEELS spectra for zincblende

InN, the original spectra are given in the inset of Fig. 5.4. The first derivative of the

processed signal can be described by a superposition of Lorentz functions (smooth curves

in Fig. 5.4) within the experimental noise. This fitting procedure was utilized to

characterize the various band transitions by their inflection points as suggested previously

by Lazar et al [Laz03]. We prefer this description over the commonly used bandgap

determination by a power law (E - Eg) 05 , see for exarple ref. [Kea02], that is more

suitable if no signal overlap occurs. Using the FWHT/ of the respective peaks in the

derivative plot one can link both methods, inflection point (IP) and power law (PL), and

determine the bandgap EG to [Spe05]:

EG = EPL = Etp - 0.5 x FWHM (2)

Band transition values given in this chapter include this correction or refer directly to EpL.

In figure 5.4 it is clearly visible that the first strong peak in the derivative energy spectra

(AI/AE versus E) is located at an energy of about 1.6 eV. All recorded VEELS spectra for

zincblende InN have similar features than the two shown in figures 5.3 and 5.4. This

corresponds to a corrected (room temperature ) bandgap energy of (1.4 ± 0.2) eV. Also, a

multitude of different spectra were taken from various areas of different InN epilayers,
for wurtzite InN the bandgap energy was always similar to the one shown in Fig. 5.3 and

was determined to (1.7 ± 0.2) eV [Spe05]. A variation of the bandgap energy was never

observed, neither for epilayers with vastly different conductivity - absorption edge

energies vary in those epilayers from 0.8 eV to 1.5 eV - nor for TEM specimen areas

with different thicknesses as would be expected if the VEELS measurements were

dominated by the epilayer's surface conditions. In zincblende InN higher energy band

transitions are still to be determined, only a rather broad second peak around (4.2 ± 0.8)

eV was found, which is likely composed of various band transitions. Those transitions

will have to be investigated in more detail in future when epilayers of higher crystalline

quality are available (less noise in the VEELS spectra).
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Fig. 5.4 First derivatives of the electron energy loss spectra of zincblende InN, the inset

shows the original spectra.
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Fig. 5.5: Selected bandgap energy measurements for the InGaN alloy system (see also

ref. [Jin]). Recent VEELS results are marked in blue or filled grey symbols. Band

bowing parameters are also given, the green curve shows how newer results for Ga-rich

In,Ga.N were combined with data from older InN experiments. Since 2002 the

fundamental bandgap of InN was frequently changed to always lower values (pink, red,
purple curves).

The currently available obtained VEELS bandgap energies for ln,,Gal-xN, x>O, are all in

clear discrepancy to the recently published data obtained by photo-luminescence and

optical absorption [DavO2a, WuO2a, RyaO2, Odo0l]. However, earlier publications

[Nak95, Osa75] correlate well with the VEELS results. Figure 5.5 gives a summary of

various prior published bandgap data, VEELS data are given in blue or filled grey
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symbols, all other symbols reflect PL and optical absorption energies. It is found that the
bandgap energies as measured by VEELS depend roughly linear on the indium
concentration x in In,Gal.xN alloys, the band bowing parameter plus calculated curve is
given in blue. The systematic deviation of PL and absorption edge energies from the
bandgap as measured by VEELS is not restricted to InN but extends to the whole InGaN
alloy system. It is interesting that InGaN epilayers produced approximately 10 years ago
show no significant deviation between the bandgap energies determined by the different
methods. Also, the "fundamental bandgap" for InN as described by the Moss-Burstein
theory constantly shifts to always lower values since 2002 (0.8 eV: pink curve) and is
currently set to 0.5 eV (purple curve).

It is assumed that the progressing development of In,Gal-xN alloys resulted in the
formation of local inhomogeneities such as indium-rich clusters as were found in ref.
[Jin05]. This is also consistent with our own results, described in earlier chapters.
Consequently, if those clusters are the dominant sources for optical transitions, the
bandgap of their composition will be measured by PL. As those clusters have a higher
concentration of indium than the average indium content in the epilayers (usually
measured by x-ray diffraction) lower "effective" bandgap energies are recently
measured for those materials while local composition variations are detected in a
VEELS analysis which facilitates a correct bandgap determination. Although this
does describe the energy variation in InGaN alloys with In concentrations lower than
40%, the origin of the 0.8 eV to 0.5 eV photo-luminescence energy in InN needs to be
described as plasmonic resonance of pure indium clusters with different aspect ratios
(see chapter 4).

In conclusion, band transitions in wurtzite and zincblende InN grown by molecular
beam epitaxy were observed utilizing valence electron energy loss spectroscopy. The
respective polytypes of indium-nitride were identified utilizing the energy position of
the plasmon peak and the power spectra of the investigated areas. A dominant energy

transition is observed for wurtzite InN at approx. (1.7 ± 0.2) eV and (1.4 ± 0.2) eV for
zincblende InN which are ascribed to the fundamental bandgaps of the respective InN
phases at approximately room temperature. The measured bandgap energy for
wurtzite InN correlates well with recently published VEELS data of wurtzite InGaN
with indium concentrations lower than 40% and an almost linear bandgap energy
function is observed.

5.2 Local Defect Analysis across a GaN / InN interface

This study focuses on the determination of VEELS transitions across an InN / GaN

interface. The investigated material is a 1 pm thick InN epilayer deposited by

molecular beam epitaxy (MBE) onto a 2[im thick GaN buffer layer that was grown by
metal-organic chemical vapor deposition (MOCVD) onto a c-sapphire substrate.
Growth details, structural, optical and electronic properties of the epilayer are given
in ref. [Spe04]. The epilayer structure was 4 hours annealed in nitrogen ambient at
600C. VEELS spectra of transparent samples [Kis97] were investigated with a
TECNAI G2 instrument equipped with an electron beam monochromator, which
allows for an energy resolution of 180meV at a beam size of I nm. Prior to the
investigation, energy dispersive spectra (EDS) of a 80nm wide InN/GaN
interdiffusion zone were recorded with less spatial resolution with a CM200. VEELS
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spectra were recorded along the same EDS scanning line as shown in figure 5.6 in a

dark field image. The inset gives the gallium concentration profile (EDS). The

interdiffusion zone is indicated as a solid line across the interface. Three scans were

taken with identical results at different areas of the epilayer.

100

50

0~

-40 0 40

position [nn]

-1, GaN

Fig. 5.6: Dark field image of the InN / GaN interface area investigated by VEELS.

The markers indicate where the VEELS spectra were taken. The line across the

interface gives approximately the area where interdiffusion was measured by EDS.

The inset shows the EDS results, given is the gallium concentration in percent for

each position (interface at zero).

Figure 5.7a shows three background corrected VEELS spectra recorded directly at the

interface. The composition sensitive plasmon peak which is located at (19.5±0.2) eV

for GaN and (15.7±0.2) eV for InN [Spe05] was found to change directly at the

interface from the GaN energy position to the InN energy position. No gradual

plasmon energy peak shift was found that is known from the In,Gal-xN alloy system.

Therefore we conclude that the investigated grains consist of either GaN or InN rather

than an alloy with homogeneous composition. Small compositional changes of < 8%

cannot be monitored, the respective shift of the plasmon peaks would be still within

the experimental error. Additionally, both bandgap energies of InN and GaN were

found in the VEELS spectra with only small energy variations (0.3 eV). It is possible

that small clusters of InxGai-xN do form within the interdiffusion area. However, as

the noise signal is relatively high in this defective area (see below) occasionally found

small transition onsets at energies around 2.4 eV and 2.9 eV cannot clearly be

identified. The presence of InGaN clusters with indium concentrations between 10%

and 50% can neither be confirmed nor excluded. Dominant signals, however, are only

InN or GaN related which is also confirmed by the plasmon peak positions.

In addition to band transitions, Figure 5.7b shows that transitions within the band gap

region of both InN and GaN can occur if VEELS spectra are recorded close to the

defect rich interface, which are absent in the more perfect material (Fig. 5.8). Defect

related transitions were found before in GaN in the vicinity of an interface [Spe05]

but never before in InN as clearly as in Fig. 5.7b. Onset energies between 0.6eV and
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1.0 eV (±0.2eV) were found that obviously coincide with energies that are attributed

to a low band gap of InN. VEELS spectra were before taken from six different

samples with optical absorption edge energies between 0.8 eV and 1.5 eV. In over

100 spectra which were obtained while avoiding extremely thin sample areas and the

vicinity to grain boundaries or interfaces, transitions at those low energies were not

seen before. It is concluded that those defects are accumulated at the interface. The

origin of the defects is currently investigated. It is possible that some of the energies

observed are vacancy related which would also explain the large interdiffusion area.

30000- G"0 InN at Interface

interfae 
GaN at Interface

InN-side 
, GaN, 30nm from Interface

20000- W 3000

(a) plasmonz (b)

GaN 42000-
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Fig. 5.7: VEELS spectra of interdiffusion area, (a): background removed spectra

directly at interface, (b): first derivative of background removed spectra shows the

inflection points of various defect and band transitions

It shall be noted that the absence of alloying at the InN / GaN interface is of no

consequence to the alloys with high gallium concentration as those are commonly

deposited at higher temperatures than the applied annealing temperature (600'C).

InGaN alloys with up to 40% indium concentration are already identified by VEELS

[Jin05]. For the InGaN epilayers with high indium concentration, however, 600'C is

already a high deposition temperature due to the high decomposition rate of these

alloys. The high resolution TEM investigation of InGaN epilayers with up to 30%

gallium confirms spinodal decomposition which is already described in Chapter 3.
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Fig. 5.8: VEELS spectra of InN in less defective areas (not at interface): left: original

spectra showing the bandgap onset, right: first derivative of VEELS intensity.
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In conclusion, the InN / GaN interface area of an annealed heterostructure was
investigated by VEELS and phase separation was observed instead of alloy
formation. Within the interdiffusion zone VEELS spectra with energy levels between
0.6 eV and 1.0 eV are present in addition to the band transitions in InN and GaN of

(1.7±0.2) eV and (3.3±0.2) eV, respectively that are dominant in defect free regions
of the crystals. With those findings it is now also possible to locally obtain high
defect concentrations at other critical device areas such as at the AlGaN / GaN
interface in a HEMT structure or under a metal contact in any type of device. The
next task logically has to be the quantification of the observed VEELS defect band
signals.

5.3 Analysis of InN from Different Sources

InGaN is a valuable material alloy for electronic devices. The different mechanisms
which result in its electrical and optical responses, however, are only partly known and

much is yet to discover. The correct mechanisms, however, are essential to control the

materials properties beyond a trial and error approach. Significant device parameters,
aging effects, yield and reliability are still insufficient so that this material group cannot

yet be trusted in critical commercial and military applications such as reconnaissance
satellite control, electronics in health care or on a battleship. It is essential to understand a

materials behavior in order to reproduce the electronic components. The methods used

here to investigate various InGaN materials are universally applicable to all group III-V
compounds and alloys and may assist materials researchers in future in their efforts to

develop a variety of different devices including solar cells, detectors and high power

electronics. This characterization method is also the iA-al tool for integrated materials
devices as it is independent on the various materials' &imponents. A proof of principle

for an "integrated material system" was demonstrated within a recent STTR project: a

GaN epilayer deposited on CVD diamond was successfully prepared into a TEM sample

utilizing FIB lift-out technique.

InN is the most complicated compound among the nitrides. Its high defect density and

low grain size which is typical for a low temperature deposition [Spe02] makes it difficult
to compare epilayers from different sources. This is a known issue in low-temperature
GaAs and it took years until the parameters for low temperature growth were finally
reproducibly established (see for example [Spe02], [Spe99]). In this study all materials
compared are deposited by molecular beam epitaxy in various locations, all known for

state of the art MBE growth: at Cornell University (W. Schaff's lab), at the IOFFE

Institute in St. Petersburg (T. Shubina's lab) and at UC Berkeley (E.R. Weber's lab). The
layers investigated were all grown on sapphire with low temperature AIN and/or GaN

buffer layers. The Cornell TEM sample was approx. 5 lArm thick while St. Petersburg and

UC Berkeley samples were about 1 pm thick. All materials are of high crystalline quality,
as determined by x-ray diffraction and their lattice parameters are close to the theoretical
value (a=3.545 A, c=5.703 A) [Wri97b]. For a general optical and electrical

characterization, a 1 lArm thick Cornell epilayer and additional St. Petersburg and UC

Berkeley epilayers were also included in this study.

Figure 5.9 shows the optical absorption of the above three sample types (using the 1 tm

thick Cornell sample, red curve) together with some literature results [Mon05], [Shu04b],

[Wu04], the absorption coefficients are shown as ax2. The various graphs highlight
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different data ranges of the same plots which show how different authors could come to
very different theoretical modeling for the "same" material. Figure 5.9a shows the basis

for the Moss-Burstein theory of InN: If absorption coefficients up to a final (X value

around 1 E4 are evaluated many materials show a dependence of the optical absorption to

the averaged free electron concentration in the epilayers (measured by Hall effect, the

carrier accumulation at the surface is included in this averaged measurement). In Fig.

5.9a one of the new UC Berkeley samples (blue curve) does not follow this trend, the

Monemar, Cornell and other UC Berkeley samples do (the free electron concentration of

the St. Petersburg samples is unknown). Figure 5.9b shows a larger absorption range

which acknowledges the high absorbance of InN. In this plot it is clearly seen that the

various materials are not comparable: the Cornell samples show abrupt total absorption at
specific energies, here 1.1 eV and 1.6 eV (which is dependent on the sample thickness),
the absorption of the Monemar samples exhibit a slight increase in absorption to energy
values around 2.0 eV [Mon05], the old UC Berkeley sample shows a very late absorption

onset, possibly due to incomplete coalescence of the InN grains (artificial onset). The St.

Petersburg and new UC Berkeley samples show distinct absorption peaks, but at different

energies. The absorption peaks are shown more clearly in Fig. 5.9c. While in both sample

sets two peaks are distinguishable, the peak energies are only the same for samples of the

same origin: 1.1 eV and 1.65 eV for St. Petersburg, 1.35 eV and 2.0 eV for UC Berkeley.
The new UC Berkeley samples show a strong band-type absorption increase at 2.1 eV for

both epilayers ([n] = 4x1018/cm 3 and 2x1019/cm 3, respectively).
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Fig. 5.9: Optical absorption for various MBE grown InN epilayers: (a): a 2max = l.lE8 /

(b): (2 max = 1.2EI0 / (c): C2 max = 3.9E10 / (d): a 2max = 9E9, LT-GaAs absorption curves
for comparison
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Figure 5.9d shows the effect of a known defect-rich low-temperature III-V compound on

the optical absorption. In LT-GaAs the neutral arsenic antisite defects produce a

significant additional absorption when they are present in a single-crystalline material. In

InN the situation is far more complicated with structural defects, grain boundaries,
sometimes even residual contaminants and a highly conductive surface all possibly

contributing to enhanced absorption. For opto-electronic applications, however, the

absorption of InN has to be reproducible. It is therefore imperative that the origin of the

different absorption mechanisms is determined. At the various growth laboratories those

mechanisms are obviously reproducible but technology transfer to industrial processes

will have a higher success rate when those mechanisms are understood so that defect

engineering and not the choice of the specific grower will determine the materials overall

properties.

Comparing VEEL Spectra of InN

Valence EELS is a fast growing experimental technique that probes material properties

locally. In principle VEELS results are of large benefit to the materials science

community since dielectric materials properties including optical absorption are locally

probed. However, there is room for improving our theoretical understanding of VEEL

spectra and generally acceptable quantification methods must yet be developed.

Nevertheless, there is a principle disconnect between such microscopic measurements,
which are available in a few microscopy laboratories, and similar macroscopic

measurements, which are widely spread across the materials science community. If

macroscopically homogeneous materials are considered, there is obviously limited need

to apply both tools. In today's emerging new materials, however, the degree of

inhomogeneity can be high with indium-nitride as a prominent representative for a rather

inhomogeneous material system. In this case macroscopic measurements are bound to

provide debatable averaged properties that must be understood as a sum of locally

varying properties as shown in figure 5.10 for local and global absorption measurements
in InN.

optical absorption in InN absorption from VEELS in InN
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Fig. 5.10: Optical absorption, measured for different samples (Cornell University / UC

Berkeley at left) and as calculated from VEEL spectra taken at different TEM sample

areas (right)

The low-loss or valence region of an electron energy-loss spectrum (< 50 eV) provides

similar information to that provided by optical spectroscopy, containing valuable
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information about the band structure, in particular about the absorbance and the dielectric
function of a material. The realization of VEELS as a viable characterization technique in
transmission electron microscopy (TEM) has mainly been hampered by the limited
energy resolution of conventional instruments. Recent developments of electron optical
devices have led to the availability of (scanning) TEMs equipped with electron
monochromators [Ter99], [Tie99] ,[Ben04] and high-resolution electron energy loss
spectrometers [Bri03]. The fine structure of core-loss edges can now be recorded with
high precision, allowing for a direct comparison with electronic structure calculations
[Ars03]. In addition, the narrow tail of the zero-loss spectra can be analyzed down to an
energy loss of approx. 0.5 eV. This resolution mainly depends on the symmetry of the
zero loss peak and its temporal stability. For VEELS measurements at high spatial
resolution, the microscope is operated in the scanning transmission mode as sketched in
figure 5.11 (left). A typical GaN VEELS spectra and the first derivative of the
background removed spectra (zero loss subtracted) which displays different electronic
transitions as peaks are also shown. The here used TECNAI instrument currently
provides an energy resolution of 200 meV under best alignment conditions and an
electron probe diameter of 1 to 2 nm. The operation conditions for the scanning TEM
mode require a lowered overall electron beam intensity which is approximately two
orders of magnitude lower than for TEM mode. Additionally, the monochromator
transmits only a few percent of the incoming electron beam which results in roughly four
orders of magnitude lowered beam intensity for a VEELS analysis. This can be
compensated by a 2 orders of magnitude smaller diameter of the illuminated area in
VEELS which results in a 4 orders of magnitude larger electron flux. In summary,
electron beam damage due to high-resolution TEM and VEELS analysis should therefore
be in first order comparable. As VEELS data are recorded on a few seconds time scale
electron beam damage is negligible.
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Fig. 5.11: Sketch of scanning TEM (STEM) mode for local spectroscopy (EELS) (left),
typical VEELS of GaN sample (middle) and first derivative of the background subtracted
spectra (right). The latter shows band (black and blue) and defect transitions (blue only)
dependent on the area where the scan was taken.

A typical VEEL spectrum recorded at the Berkeley TECNAI provides reproducible data
for electron loss energies of I eV and higher. The reproducibility of transitions in the
energy range below 1.0 eV is still investigated. Fig. 5.12 shows VEEL spectra of the St.
Petersburg, the UC Berkeley and the Cornell materials. For better comparison and to
eliminate any variations in potential surface and volume effects (see below) TEM sample
areas of the same thickness (37 nm ± 20%) are compared. The UC Berkeley sample
which was taken in the vicinity of a GaN / InN interface shows transitions at 1.2 eV and
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1.8 eV as does the St. Petersburg sample which was intentionally inhomogeneously

deposited (see chapt. 4). The St. Petersburg sample also shows the characteristic 11.2 eV

metallic Indium bulk plasmon peak which to the best of our knowledge was seen for the

first time in InN and only in one sample (the volume of indium clusters to the host

material is large enough to produce a distinct peak). As has been shown by Shubina et al.

[Shu06], such metallic clusters can cause Mie scattering and explain the absorption and

luminescence behavior of InN. This investigation, however, does NOT confirm this

theory; it only proves the EXISTENCE of metallic Indium clusters in the St. Petersburg

samples. In chapter 4 it was shown that clusters can also be imaged by high-resolution

TEM although to date it cannot not unambiguously shown that those clusters are indeed

metallic indium inclusions. It is also, at least theoretically, possible that those clusters are

highly strained, possibly contaminated cubic InN particles. Only the new TEM

microscope will be able to resolve indium and nitrogen atoms in InN and therewith will

enable us to distinguish between cubic indium nanoclusters and cubic InN [TEA]. The

Cornell sample which was the thickest among the three does not show a transition at 1.2

eV but instead shows a double peak transition at 1.6 eV / 1.9 eV which corresponds to the

appearance of occasional zincblende inclusions in the wurtzite matrix of this material.
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Fig. 5.12: VEELS analysis for three different InN epilayers and their respective first

derivatives (right), details in text

5.4 Considerations about band gap measurements of InN by VEELS
in STEM

Transmission valence electron energy-loss spectroscopy of InN reveals a band gap of 1.7

eV conflicting the latest experimental and theoretical studies on InN that conjecture a

band gap energy well below 1 eV. A detailed analysis is presented giving evidence that

the VEELS result neither is impaired by spectral artifacts related to the relativistic

interaction of the electrons with the thin films nor by potential surface layers of increased

electron concentration. This finding can only be explained by assuming that the thickness

of the surface layer of increased electron concentration is significantly larger than

presumed, or by proposing that the band gap of InN is indeed -1.7 eV.

The controversy about the band gap of InN has not yet been resolved. A gap energy

of 1.9 eV had been accepted [Fol86] until only roughly five years ago experimental

results indicated that the band gap of InN could be well below I eV, namely around

0.7 eV [Wu02a, Dav02]. Since then, many experimental results and theoretical

analyses have been carried out that support the low band gap conjecture. The

E. R. Weber, Final Report 2004-2007 AFOSR grant No.: FA9550-04-1-0408 60



Innovative Growth and Defect Analysis of Group III - Nitrides for High Speed Electronics

formerly accepted high band gap concept has been replaced to a large extent.
However, one of the arguments objecting this trend is the gap energy that is measured

by valence electron energy-loss spectroscopy (VEELS) in (scanning) transmission
electron microscopy (STEM). Depending on the crystal structure, i.e., depending on

whether InN has the wurtzite or the zincblende structure, VEELS reveals gap energies

of (1.7±0.2) and (1.4±0.2) eV, respectively (see, reference in [Spe06]), supporting the

formerly known band gap value.

The application regime of a semiconductor is mainly determined by the configuration of

valence and conduction bands. This fact combined with the promising properties of the

material itself reasons the efforts in accurately determining the electronic structure and

the band gap of InN. The nitrides of the group III elements Al, Ga and In and alloys of

these binary compounds are semiconductor materials frequently used in electronic
devices particularly for optoelectronic applications. AIN has a band gap of 6.2 eV,

whereas the band gap of wurtzite GaN is 3.4 eV. Hence, AIN and GaN cover applications
in the ultra-violet and visual regime respectively. InN being subject of intense research
for about 10 to 15 years is a more difficult material. With a band gap of -0.7 eV, InN
would be suitable for applications in the near infrared regime. Whereas in the case that its

band gap is -1.7 eV, InN would be useful, in particular, to expand the optical regime of

GaN applications towards longer wavelengths.

InN is a difficult material because its properties drastically depend on the actual

characteristic of the material. Even examining the characteristic of a certain InN sample

is not trivial. The electronic properties of InN can be impacted by the exact

stoichiometry, impurities like oxygen or for instance by quantum size effects [But05,

Mon05]. Producing qualitatively equivalent materials b)0ifferent methods has turned out

to be challenging. The controversy about the band gap of InN has not yet been resolved
because of contradicting experimental results and because both conjectures could in

principle be refused. Namely, apart from identifying the absorption feature around 0.7 eV

with the band gap of bulk InN, the absorption below 1 eV could also be explained by a

deep level trap caused for instance by impurities. On the other hand, gap energies

measured above 1 eV could be explained by being impacted by the Burstein-Moss effect.

One point that seems to be crucial in discussing the electronic properties of InN is the

strong variation of the charge carrier concentration in different InN samples. This

pronounced variation likely is caused by material defects [Cim06] including the effects

mentioned above [But05, Mon05]. Due to the strong electron affinity of InN, a distinct n-

type doping is observed, even in nominally undoped material. Furthermore, that the

Burstein-Moss effect can affect the measurable gap energy of InN is in general accepted.

The severity of the Burstein-Moss effect is controversial though. Wu et al. [Wu04]

reported that due to the Burstein-Moss effect the gap energy changes from 0.7 eV to 1.7

eV if the charge carrier concentration changes from -2x 10s cm-3 to -4x 1021 cm "3.

Measurements of the electron concentration of InN revealed a distinct surface

accumulation of negative charge carriers (see, e.g., [Lu03]). The carrier concentration at

the surface can reach up to about 4x 1020 cm-3 whereas within a layer of 3 to 7 nm it drops
to the bulk value below about 1018 cm -3 [Lu03]. The actual electron concentration

depends on the InN material, but the values given are generally valid for "good" InN

materials. The accumulation of negative charge carriers at the surface along with a strong
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Burstein-Moss effect would lead to an increase of the band gap at the surface.
Experimental techniques that probe surface and/or near-surface material would not
reproduce the actual bulk properties. It is for this very reason why VEELS in STEM
could produce results that are altered by surface effects explaining the high gap energy
measured by this technique.

Transmission VEELS is carried out using electron transparent foils that typically have a
thickness between 25 and 100 nm. Using a microscope that is equipped with an electron
monochromator, an energy resolution of better than 200 meV can be achieved [Ern05].
Although the spectroscopic resolution of VEELS does not quite reach the resolution of
optical methods, the advantages of VEELS in STEM are the spatial resolution (- I nm)
and the straightforwardness. As the data can be analyzed, no modeling is required (see,
e.g., refs. [Ern05, Yua88, Raf98, Laz06]). Yet there are potential artifacts that can alter
the energy-loss function measured by VEELS, namely surface, finite sample and
retardation effects. However, it has been shown that for a broad class of semiconductors
these effects are not significant, provided that the thickness of the sample is in the range
of 25 to about 100 nm [Ern07]. For other materials, like, e.g., Si and GaAs, retardation
effects can lead to spurious spectral artifacts that complicate the interpretation of VEELS
data.

This chapter aims at answering the following questions;
1. Does the increased electron concentration at the surface of the thin foils used in

STEM mask the dielectric bulk information?
2. Do artifacts like retardation, finite sample or surface effects mask a potential

transition at -0.7 eV in VEELS?

Dielectric theory provides concepts to analyze different spectral contributions in VEELS,
such as bulk dielectric losses, surface, finite sample size and retardation effects (see, e.g.,
[Ern07]). On the basis of these concepts VEEL spectra were calculated and compared
with experimental data. Two different dielectric functions (DFs) were used for

calculating the spectra. One DF shows a band gap of 0.7 eV, whereas the other DF shows
a modeled (pseudo) band gap of 1.7 eV. The DFs, provided by Goldhahn et al. (see, e.g.,
[Gol06]), are based on data collected by spectroscopic ellipsometry that revealed a band

gap of 0.7 eV for a material with an electron concentration of 1.5x1018 cm -3. Modeling
the impact of the Burstein-Moss effect, the band gap becomes a pseudo gap that
essentially depends on the electron concentration. The DF that shows the 1.7 eV band gap
corresponds to a fictitious material with an electron concentration of -1020 cm"3.

VEELS data are commonly analyzed assuming that the bulk dielectric response solely
contributes to the signal. Under this assumption, the energy-loss function can be analyzed
in order to directly extract bulk dielectric data such as transition energies and the DF.
However, if the speed of the incident electrons exceeds the speed of light in the material
under investigation, retardation effects can occur. Figure 5.13a shows VEEL spectra
calculated using the DF that corresponds to an InN material with a band gap of 0.7 eV.
The foil thickness is 60 nm. The solid line was obtained by applying the Kr6ger equation
[Kr668] considering bulk dielectric losses, surface, finite sample and retardation effects,
whereas the dashed line was calculated considering solely non-retarded bulk dielectric
losses. The dashed line is commonly assumed when VEELS data are analyzed. The
dotted line shows the difference between these two spectra. Figure 5.13b shows the
equivalent spectra for the DF with the 1.7 eV energy gap.
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Figure 5.13: Calculated VEEL spectra of InN; in (a) a DF of InN was used that shows a
band gap energy of 0.7 eV in (b) a DF was used that shows a band gap energy of 1.7 eV.
The full lines were calculated according to the Kr6ger equation taking bulk dielectric
losses, surface and retardation effects into account. The dashed lines show non-retarded
bulk dielectric losses only, and the dotted lines show the difference between full and
dashed line. DF were provided by Goldhahn et al. [Go106].

Figure 5.13 reveals that retardation and surface effects substantially contribute to the
VEELS signal of InN. Considering retardation effects (solid line), the integrated spectral
intensity is increased by a factor of more than 2.5 compared to the non-retarded case
(dashed line). A smooth retardation contribution can be found even in front of the band
gap signal. The dotted curves in figure 5.13 basically represent the retardation and
surface contributions that usually are neglected when analyzing VEELS data. The strong
retardation effect complicates the extraction of the DF from experimental VEELS data of
InN. Because the DF is derived by applying a Kramers-Kronig transformation that relies
on the sum rule, the retardation background would lead to inaccurate absolute dielectric
data. However, although the retardation and surface contributions change the relative
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intensity of the individual absorption features, their position is not changed. This means

that even in the presence of the retardation and surface effects transition energies can be

determined reliably. Retardation, surface or finite sample effects do not alter the position

of the band gap signal, neither the one at 0.7 eV, nor the one at 1.7 eV. From this analysis

it can be concluded that independent from the position of the actual band gap signal,
VEELS reflects the correct band gap signal. Although the retardation contribution is

significant, there are no spectral artifacts that would mask or even shift the band gap

signal.

The band gap energy of InN determined by VEELS is 1.7 eV [Spe05]. Figure 5.14

compares an experimental VEEL spectrum with one that was calculated according to the

Kr6ger equation [Kr668, Ern07] using the DF with a (pseudo) band gap of 1.7 eV. The

experimental setup is described in ref. [Em05], the InN sample is described in ref.

[Spe05]. Although the spectral resolution of the experimental spectrum is lower, the

calculated spectrum reproduces well the main absorption features of the experimental

spectrum. Particularly the band gap signal (Eo) and transitions El, E3 and E4 are well

reproduced. The inset in figure 5.14 shows that no absorption feature below the presumed

band gap signal can be found in the VEELS data. However, one problem associated with

the background removal of the tail of the zero-loss peak concerns the retardation

contribution. The smooth retardation feature in front of the gap signal that is apparent in

the simulation cannot be distinguished from the tail of the zero-loss peak in the

experimental spectrum. In fact, the entire retardation contribution throughout the spectral

range cannot be considered properly. The individual absorption features show the correct

position, but the (relative) intensity is altered by the retardation contribution.

Fig. 5.14: Comparison between an experimental and a calculated VEEL spectrum of InN.

The spectrum (0.3-10 eV) was calculated according to the Kroger equation using a DF

that shows a first transition energy E0 of 1.7 eV. The inset shows the experimental

spectrum and the power-law background model (dotted line) used to remove the low-

energy tail of the zero-loss peak. Transition energies are labeled according to Goldhahn et

al. [Gol06]. The experimental low-loss spectrum was spliced (at 10.5 eV) with the

corresponding spectrum containing the plasmon peak.
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This comparison shows that VEELS of InN is in qualitative agreement with dielectric
data derived from spectroscopic ellipsometry provided, however, that dielectric data are
taken which show a gap energy E0 of 1.7 eV. And therein lies a problem; ellipsometry
data that show a (pseudo) band gap signal of 1.7 eV implies that the electron
concentration is of the order of -1020 cm "S. The InN material used for the study has
however a bulk electron concentration of -1018 to 1019 cm-3 only [Spe05]. According to
the ellipsometry data which are based on the Moss-Burstein model [Wu02a, Gol06], the
InN sample should show a band gap of-0.7 to 0.9 eV.

Can a surface layer of increased electron concentration mask the bulk dielectric band gap
signal? The increased electron concentration at the surface of an InN foil can be modeled
using a 3 layer model. A top and a bottom surface layer of increased electron
concentration (-5 nm, _ 1020 CM- and an actual bulk layer of varying thickness dbulk (see
inset in figure 5.15). The calculated thickness series of VEEL spectra in figure 5.15
reveals the impact of the surface layer. The DF used to model the surface layers (top and
bottom) corresponds to a bulk material with an electron concentration that results in a
(pseudo) band gap energy of 1.7 eV, whereas the bulk layer shows a band gap of 0.7 eV.
The spectra in figure 5.15 were calculated according to the dispersion-bracket formalism
by Bolton and Chen [Bol95], which allows for calculating VEEL spectra taking into
account the actual bulk dielectric contribution as well as surface, interface, finite layer
thickness and retardation effects. None of the spectra shown in figure 5.15 does mask the
band gap signal of the central layer. Even for a bulk layer of 5 nm, the band gap signal at
0.7 eV is clearly visible. This obviously contradicts the experimental results that do not
show any intensity modulation below 1 eV (see inset in figure 5.14). In case that there is

a bulk layer of lower band gap, it would be observable by VEELS.
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0 1 2 3 4 5 6 7 8 9 10
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Fig. 5.15: Calculated VEEL spectra of a three layer model consisting of surface layers of

high electron concentration (top and bottom, 5 nm), and of a bulk layer of varying
thickness dbulk and reduced electron concentration corresponding to the bulk value. The
spectra were calculated according to the Bolton-Chen formalism [Bol95] using dielectric
data of Goldhahn et al. [Go106]. For details see text.
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This work shows that although retardation effects substantially contribute to the VEELS

signal of InN, reliable information about the band transition energies can be derived.

Surface, interface, and retardation effects do not mask or shift the band gap signal.

Surface layers of increased electron concentration do not mask a low-energy band gap

signal either. The 1.7 eV gap energy of an InN material with a bulk electron

concentration of nominal -101F cm -3 derived from VEELS cannot be explained on

grounds of artifacts caused by the experimental technique. This result can either be

explained by proposing that the surface layer of increased electron concentration is

clearly thicker than measured [Lu03], or by assuming that the band gap of InN is indeed

-1.7 eV.

5.5 Conclusion
The above shown experimental results and simulations suggest that InN is indeed a

high bandgap material with an unusually strong optically active defect population. It

seems to be an ideal model substance which may be applicable as a multi-response

material in a variety of optical devices including detectors and solar cells.

6. GaN Growth on Diamond

Gallium-nitride high-electron-mobility transistors fabricated on diamond substrates are

highly desired for use in high-power amplifiers for X-Band radar systems and

commercial cellular-base stations. Diamond substrates have high thermal conductivity

which enables highly efficient removal of heat from the active device regions. At present,

at least three different ways of implementing diamond substrates are explored: sp3 Inc.

pursued the direct overgrowth on their CVD diamond substrates and 1 mm thick diamond

layers on silicon substrates within an STTR phase I project, the same company entered

into a SBIR phase II project, investigating GaN overgrowth on diamond sandwiched

between SOl wafers and Group4Labs explores a novel bonding techniques of lift-off

GaN onto CVD diamond. The latter GaN epilayer is initially deposited o:lito silicon. The

Berkeley group was involved in all three projects and assisted those efforts within the

AFOSR project with some material characterization. We are here reporting first results.

Motivation:

The performance and reliability of present day microwave power amplifiers in the X-

band are limited by high operating temperatures resulting from self-heating [Hu04,

Ros05, Ro102]. Efficient thermal management is essential for lowering the heat

generation and active area temperature. The use of large metal heat-sinks with active

cooling provides low-thermal conductivity backgrounds, but cannot reduce the

temperature drop in the immediate neighborhood of small submicron heat sources such as

field-effect transistor gates. Heat conductivity around such small geometries is best

accomplished by spreading heat to larger areas and volumes. Heat spreading is most

efficient when a high thermal conductivity material is brought into the immediate vicinity

of the heat source, which means that the distance from the heat source to the heat

spreader has to be comparable to the heat-source size. For semiconductor devices this

means on the order of a micrometer. This level of proximity is only possible with highly
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thermally conductive substrates onto which the semiconductor devices are directly
attached or on top of which the device epilayers are grown.

The ideal substrate for gallium nitride (GaN) high-power transistors would be a substrate
that is highly thermally conductive, electrically insulating, and has cost comparable to
that of silicon. Synthetic diamond wafers manufactured by chemical vapor deposition
(CVD) are likely candidates to optimally satisfy these requirements. The greatest
advantage of diamond substrates is their thermal conductivity. In insulators, heat is
conducted by lattice vibrations. With sound velocity exceeding 17 km/s, diamond has
heat conductivity higher than any other man-made substance: Polycrystalline diamond
typically has thermal conductivity between 1200 and 1500 W/mK, top values go up to
2000 W/mK (sp3). This thermal conductivity is more than three times better than silicon

carbide (K - 400 W/m/K). Silicon and sapphire (also common GaN-epilayer substrates)
have thermal conductivities around 150 W/m/K and 35 W/m/K, respectively. The

electrical resistivity of polycrystalline diamond ranges between 1013 to 1016 Q"cm, which

is comparable to that of sapphire (1017 Q)cm) and significantly better than that of SiC
(typically 106 Qcm).

Figure 6.1 summarizes the two bonding techniques currently investigated when
producing GaN on diamond heterostructures. The Group4Labs process is schematically
illustrated in section (a): The process starts with GaN HEMT epilayers grown on a silicon
substrate, but other materials, such as, sapphire, silicon carbide, or aluminum nitride may
be used. The top surface of the GaN epilayers is the surface on which the gates of the
HEMT will be realized in the last step of transistor manufacturing. In the first step of the
process a sacrificial carrier wafer is attached to the top surface of the gallium nitride
layers. During this step the surface of the GaN layers remains protected. The original
substrate on which the GaN layers were grown is now removed using either a wet
chemical or dry etch process that is selective to GaN. Section (b) describes the bonding
process by sp3. The main difference to the Group4Labs process (besides the specifics of
the bonding condition) is the fact that the top substrate layer in the sp3 process is SOI
based and overgrowth takes place on the silicon template AFTER bonding. Figure 6.2
shows the photo-luminescence of a GaN epilayer directly deposited onto CVD diamond
and details of the GaN photo-luminescence taken after the Group4Labs bonding process
and - as reference - from the original GaN wafer as grown on silicon. To date no PL data
is available for the sp3 process.

The low-temperature (18 K) photoluminescence measurements compare the emissions
from a reference sample of GaN epi on silicon and the same gallium nitride epilayer
attached to diamond (Fig. 6.3). The pump source was a HeCd 325 nm laser at power I
mW. Figure 6.3b shows the photoluminescence spectra at room temperature. The
following features are visible in 6.3: (a) The intensity of the on-diamond epilayers is
smaller than the on-silicon epilayers, (b) the exciton peaks can be resolved for the on-
silicon layers but not for the on-diamond layers, (c) the PL spectra of the on-diamond
epilayers is shifted towards higher energy by approximately 37 meV, and (d) the yellow
and blue luminescence (present GaN) is more pronounced in the on-diamond samples.
Observations (a) and (b) may be due to the fact that GaN on silicon is still of higher
crystalline quality than GaN on diamond. Also, the increase in YL and BL are commonly
described by an increase in defect population. For the YL a local increase in gallium
vacancies at the interface between the GaN and the diamond is likely, while the BL may
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be attributed to local carbon contamination. In addition to these characteristics a drop in
blue luminescence (BL) was observed upon continuous laser exposure for 30 minutes and

again after 60 minutes (not shown here). The yellow luminescence does not show any

time effects.
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Fig. 6.1: How to produce GaN on Diamond, graphical description of two different
techniques
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Fig. 6.2: Comparing PL data from GaN epilayers: (red) group4lab GaN on diamond,
(pink) reference GaN on silicon substrate, (black, green, blue) various GaN epilayers,
directly grown on sp3 CVD diamond templates

The drop in BL intensity is more pronounced for the samples attached to diamond. This

optical instability was recorded before [Arm05] and will likely have electrical effects as

trapping / charging occurs. We expect persistent photoconductivity to occur for the

samples on diamond and - to a lesser degree - for the GaN on silicon sample. GaN

epilayers grown on silicon or attached to diamond are under tension at any temperature
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below the growth (or attachment) conditions. This is because the GaN thermal expansion
coefficient perpendicular to the c-axis (3.3 106/K) is larger than that of silicon (2.8 10
6/K) and diamond (0.8 10-6/K). Part of the PL energy shift - feature (c) - can be attributed
to the strain induced by the difference in the thermal expansion coefficients between
epilayers and substrate. At room temperature this difference is merely 12 meV. However,
the relative energy shifts due to the thermal effect can only account for about one forth of
the observed PL shift. At present it is unknown what the role of the dielectric adhesion
layer is in these shifts. More insight may be achieved when utilizing advanced TEM
analysis, for example when local strains can be measured by convergent beam electron
diffraction (CBED) techniques. Also, the local population of defects may be accessible
through a VEELS analysis [Spe06].
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Fig. 6.3: Group4Labs' GaN on diamond epilayers are compared with a GaN reference
wafer on silicon, all photo-luminescence data, data left and right are taken at different
temperatures
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The most remarkable feature in the PL spectra of GaN directly grown on diamond (Fig.

6.2) is the absence of yellow luminescence. The blue luminescence is expectedly high

due to large amounts of diffused carbon. As the spectra are taken from the first growth

runs the buffer layer growth is not optimized and the layer therefore isn't an efficient

diffusion barrier.

Another problem which still has to be addressed is the reproducibility of the materials: As

figure 6.4 shows the two GaN samples on diamond have quite different crystalline quality

with one sample even having a smaller full width of half maximum than the reference

sample. Summarized, the first results of GaN on diamond are quite promising, the

functionality of HEMT devices processed from these materials was demonstrated [Fel07]

but much work still lies ahead before devices with high reliability can be produced

utilizing this new and exciting technology.

7. Summary
This project focused on novel growth and characterization techniques which allow for a

progress in future group III - nitride device applications. A methodology for quantitative
HRTEM analysis by strain measurement in lattice mismatched alloys was presented in

Chapter 2. Three factors for reliable strain measurement were identified:
(a) The samples must be free of preparation damage as can be realized by using a wet

etching technique or low energy (<500 kV) ion milling.
(b) Damage from the imaging beam must be avoided as can be done in In,Gal.,N and

other sensitive materials if exposure time is kept below two minutes and beam current
density is low (<30 A/cm 2).
(c) Imaging artifacts can be avoided by using high voltage microscopes (acceleration
voltage > 800 kV), averaging over series of images or by performing exit wave
reconstruction.
With these conditions satisfied, lattice relaxation in wedge shaped TEM samples was

accurately measured and modeled. Finally, it was shown how clustering can be

distinguished from a purely random distribution of atoms in a crystalline alloy.

The distribution of indium atoms in InxGal.,N alloys was studied in Chapter 3. In In,Gal-

,N quantum wells, clustering was detected for x > 0.1 while noise did not allow an

assessment for x < 0.1. In thick In,Ga-,,N layers, a stripe-like composition modulation

characteristic for spinodal decomposition was found. Values for the decomposition

amplitude in In,Gal.N quantum wells and thick In,Gal.xN films were compared to each

other and show identical functional dependencies. This provides strong evidence, that

cluster formation in In,Gal.-,N quantum wells can be explained by a thermodynamic

process similar to spinodal decomposition in bulk In,Gal.,N. The center of the miscibility

gap was placed around x = 0.5 to 0.6.

InN samples were searched for nanometer-scale inclusions that can be present below the

detection limit of X-ray diffraction. Indeed spots of contrast were found and explained by

metallic indium inclusions. The size of the clusters correlates with a change in

luminescence. The infrared resonances or parallel band transitions of indium clusters may
thus strongly influence the optical properties of the InN.
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Optical characterization of various InN epilayers clearly showed the SIMULTANEOUS
presence of at least three strong optical transitions which commonly is a feature of
defects in a material (Chapt. 5). The "low bandgap" or Moss-Burstein theory for InN was
demonstrated to be implausible, the InN compound should rather be understood as a
"variable bandgap" material system. The observed optical transitions:

(a) between 0.5 eV and 0.8 eV, the exact transition energy depends on the
stoichiometry conditions, substrate temperature and contamination levels during
growth

(b) between 1.1 eV and 1.4 eV, the transition is strongest in nano-structures and was
also measured close to interfaces / surfaces

(c) between 1.7 eV and 2.1 eV which was measured in optical absorption of clean
MBE grown epilayers and in sputtered materials as well as in VEELS analysis
(the respective transition of the cubic material is neglected here)

are relevant for multiple device applications. It is of special interest to pursue the idea of
exploiting the optical response of metallic inclusions in a semiconductor alloy/compound
as this offers applications where a combined visible and IR-response is needed.

The above described characterization techniques will enable local device analysis and
allow for defect engineering in inhomogeneous materials such as In5Gal.N. The
remaining uncertainties such as 2D limitations, insufficient local resolution and
measurement noise will be largely improved once the new TEAM instrument becomes
available for public usage. The development of electron tomography with the ultimate
goal to image in 3D a defect in atomic resolution will further specific device
characterization and enhance novel material development such as InN-type composites.

In first GaN epitaxy on CVD diamond the decrease of yellow luminescence (YL) is
reported. The analysis of this heterostructure may shed light on the leakage current
mechanisms in GaN based devices which obviously are correlated to the materials YL. If
a (thin) carbon diffusion barrier layer can be developed GaN deposition on CVD
diamond may become a feasible alternative for thermally stable GaN based device
technology.
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